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PART II: SECOND AND THIRD BATCH OF S A M P W  

T his and a previous report (Part I, Meike et al., 
1997) describe experiments designed to provide data 
for a quick engineering assessment of the 

microstructural, mineralogical, and (to a lesser extent) 
mechanical changes in hydrothermally altered concrete 
and changes in associated water chemistry. Data were 
acquired from these experiments to help understand the 
material transformations and processes that may occur as 
a result of a hydrothermal cycle at a proposed nuclear 
waste repository, which may be located at Yucca 
Mountain, Nevada. The concrete samples that were used 
in the experiments are intended to support a design 
decision regarding the use of precast concrete liners for 
mechanical support in repository emplacement drifts. In 
such a location, the concrete will be subjected to elevated 
temperatures of at least 1 SO” to ZOO%, and perhaps even 
greater temperature if backfill is used. 

At the time that these experiments were plarmed (mid- 
1996), discussions with Yucca Mountain Project repository 
design staff suggested that a likely potential candidate 
material would be similar, if not identical, to the 
composition of the inverts presently being emplaced in the 
Exploratory Studies Facility (ESF). However, the use of 
other precast formulations as well as cast-in-place 
formulations had not yet been ruled out. Since that 
discussion, a panel of experts (Sassani, 1996) suggested 
some options that could affect the composition chosen for 
an emplacement drift liner. The panel unanimously 
supported precast segments, high silica formulations (e.g., 
addition of silica fume), and C,S (concrete nomenclature) 
formulations to minimize the impact of the grout on pH 
(PH values of 12-14 can be achieved by water in contact 
with young concrete) and to reduce the amount of water 
introduced to the repository. A report by Tang (1997) 
describes the resultant formulation, which uses Type V 
grout. Type II grout still appears to be under 
consideration because of economic considerations 
(G. Theirs, personal communication). Given that pre- 
cured and aged invert material is readily available-and it 
is not clear which, if any, of the suggestions of the expert 
panel will be pursued-we used ESF invert material and 
FibercreteTM in this experiment. 

Three batches of samples were treated over successively 
longer durations. Each of the batches was subjected to a 
range of analytical techniques. Because some analytical 
methods are destructive, we necessarily conducted our 
analyses sequentially, saving the most destructive 
techniques for the last analyses. Therefore, the time 
required for analytical work cannot be condensed. As a 
result, the period of time required to analyze one batch of 
samples overlapped significantly onto the analysis periods 
of the others. 

This interim report is the second of three reports that 
discuss the progress of these experiments. The first report 
described the available analytical results for the first batch 
of samples. This second report concludes the analytical 
results from the first batch, and describes available results 
from the second and third batches. 

2.1 SAMPLE COMPOSITION 

We obtained general information pertaining to the 
composition of FibercreteTM and the ESF invert concrete 
from the Tracers, Fluids, and Materials Database and the 
respective manufacturers and materials sources. Yucca 
Mountain Site Characterization Project engineers 
provided the composition of FibercreteTM as listed in 
Tables la through lc (Meike and Spragge, 1995). 

Table la. Grout mineralogy of Fibercrete 

Grout Fomwla Composition 
mineralogy ww 

Tricalcium silicate (CaO),SiO, 61 

Dicalcium silicate (CaO),SiO, 15 

Tricalcium aluminate KaO),A1,03 6 

Tetracalcium aluminoferrite iCaO),AI,O,FepO, 9 

TOM 91 

. . ., . . . . . . . . . . . ..,...,_... ._.., .,r .: ,... ., . . . . . . . . .: ..,. . .-. . . . ” q.. 
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Table 1 b. FibercreteTM grout composition. 

Oxide Composition (wt%) 

SiO, 21.4 

AI,03 4.3 

FeQo3 2.9 

CaO 64.9 

NO 1.7 

SO3 2.7 

Na,O 0.53 

Loss on ignition 0.87 

insoluble residue 0.2 

TOtal 99.5 

Table 2a. Cement composition of approved ESF 

invert concrete mixes. 

Maximum aggregate size 

Cement (Ibky) 

Water (Ibky) 

W/C ratio 

Coarse aggregate (Ibky) 

Fine aggregate (Ibky) 

Air entraining admixture (AEA) (ozky) 

Water reducing agent (WRA) 
Master Builders “polyheed” (ozky) 

0.5 in. 

635-752 

209-286 

0.37-0.47 

1516-1544 

1414-1569 

N/A 

loo-125 

Table lc. FibercreteTM steel fiber composition. 

Element Composition (wt%) 

Fe 99.8 

C 0.018 

Mn 0.075 

P 0.040 

S 0.050 

Total 99.983 

Table 2b. Aggregate physical characteristics 
(from ASTM C33). 

I 
Size Number 7 

Nominal size (sieves with square 0.5 in. to No. 4 
openings) (12.5 to 4.755 mm) 

Amounts finer than each laboratory 
sieve (square openings) 

0.75 in. (19.0 mm) 100 wt% 

0.5 in. (12.5 mm) 90to IOOwtX 

0.375 in. (9.5 mm) 40 to 70 wt% 

No. 4 (4.755 mm) Oto15wt% 

No. 8 (2.36 mm) oto5wtx 

Table 2a shows information supplied to us regarding the 
composition of approved concrete mixes for the invert. 
Multiple suppliers have been named for some of the 
materials in these mixes. We understand that each mix was 
assessed and approved on the basis of standard construction 
criteria before the inverts were fabricated. We have not yet 
been able to verify which of these suppliers actually 
contributed materials to the inverts that have been 
emplaced in the ESF. The specifications and information 
furnished by suppliers to date for the coarse aggregate 
(Table 2b) are primarily related to physical characteristics. 
Although chemical information (e.g., total carbonate 
content) related to known degradation mechanisms [i.e., 
delayed ettringite formation (DEF) and alkali silica reaction 
(ASR)] were furnished by one supplier, we are awaiting 

Table 2c. Cement composition of ESF invert concrete. 

Oxide Composition (wt%) 

SiO, 22.4 

CaO (total) 65.07 
(free lime) (1.7) 

SO3 2.1 

Total 90.17 
Remainder (undefined composition) 9.83 
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verification that this aggregate was used. The mineralogical 
variation of the aggregate through time is evident from 
letter BABFCCOOO-01717-6300-03480-VD-13-0, which 
describes mineralogical variation in aggregate from the 
WMK Buffalo plant. Physical characteristics of the 
aggregate have been specified on drawing BABFCCOOO- 
01717-2100-41099-03 note #lO as ASTM C33 size 7 
cable 2b). The grout is specified as ASTM type II cement, 
for which the data (accounting for 90.7 wt% of the total) are 
listed in Table 2c. The data that we have received to date 
from the manufacturers for the fine aggregate (sand) suggest 
that some of this aggregate is composed primarily of 
carbonate materials and exhibited expansion characteristics 
beyond that acceptable for the alkali/silica reaction in an 
aggregate. Results of the more appropriate alkali/carbonate 
test are not available at this time. 

More useful to our present purpose is the specific 
mineralogical data obtained from thin-section analysis of the 
first batch of samples, described below and in Appendix B. 

2.2 SAMPLE PREPARATION 

A large concrete core (-200 m m  diameter) obtained from 
the ESF invert was cut into approximately 13-mm slabs of 
circular cross section using a large rock saw with a 
diamond-impregnated saw blade cooled with house water. 
This large slab was then cut at 90” to the first cut into 
widths of approximately 25 mm. Holes approximately 
4 m m  were cored through the center of the resultant 
rectangular prisms of invert parallel to the long axis. 
Finally, these prisms were slabbed normal to the hole 
using an Isomet low-speed saw, resulting in 3-mm x 

13 -mm x 2 S-mm coupons. Thus, the 13-mm dimension of 
each coupon is parallel to the axis of the concrete core, 
which corresponds to vertical orientation in the ESF. Each 
side of each coupon was ground using silicon carbide 
grinding powder (400 grit) to remove most optically visible 
saw marks, rinsed with deionized water water, air dried for 
24 hours, and then weighed. 

Shotcrete (FibercreteTM) samples were prepared similarly 
horn a block of invert obtained from the North Portal. 
These coupons measured approximately 2 m m  x 13 m m  x 
2 5 m m  with a through hole approximately 4 m m  in 
diameter centered on the 13-mm x 2.5~mm plane. In these 
samples, “up” and “down” can be easily ascertained 
because the texture due to the settling of the fine aggregate 
before the cure is clear in each coupon. 

2.3 EXPERIMENTAL METHOD 

Figure 1 illustrates the pressure vessel assembly in cross 
section. Each of six relatively large-capacity (12 S-ml) 
pressure vessels (4749 general purpose pressure vessel, 
Parr Instrument Company) contains a Teflon liner and a 
Teflon platform, standing approximately 6.4 cm in height 
and fitted with platinum spikes, which allow us to conduct 
water and vapor phase studies in a single vessel. As shown 
in Table 3, careful scheduling of the available equipment 
provided six sample treatments for the invert and three for 
the shotcrete. Each treatment consisted of total cycle 
lengths of 6 weeks, and 4 and 9 months before the end of 
FY 97. 

The Teflon liners and stands were cleaned with nitric 
acid according to the following procedure. First, 80 ml 
of a 1% nitric acid solution (10 ml of 70% HNO, + 
1 L MilliQ distilled H,O) was placed into each liner. 
The liners were inserted into pressure vessels, and 
assemblies were baked at 120°C overnight. When the 
vessels cooled, liners were rinsed with MilliQ distilled 
water. Subsequently, 80 ml of MilliQ distilled water was 
placed in each liner. Vessels were reassembled and baked 
at 200°C overnight. When cooled, the pH of the aqueous 
solution was measured. Liners were rinsed, filled, and 
reheated until pH readings stabilized. 

Three samples were inserted into each pressure vessel: two 
(one Fibercrete and one invert) rested between the 
platinum pins of the teflon stand, and one (invert) rested 
on the floor of the pressure vessel (refer to Figure 1, in 
which two samples are shown). The experimental runs are 
numbered consecutively (CN-1 through CN-3) with 
respect to the the time the experiment was initiated. Each 
run represents experiments in three pressure vessels 
exposed to identical thermal conditions. One vessel was 
heated in the absence of an aqueous fluid. The other two 
vessels contained roughly 60 ml of aqueous solution that 
was formulated so as to vary the concentration of CO, at 
elevated temperature. The first batch of samples repre- 
sented runs CN-1 and CN-2, the shortest and longest 
durations, respectively. CN-3 was initiated after CN-1 was 
removed from the pressure vessels. To prepare the vessels, 
the samples were loaded, then if fluid was required, 60 ml 
was poured along the inner edge of the liner to submerge 
the lower sample without contacting the upper samples. 
All liners were sealed, and pressure vessels were assembled 
according to the manufacturer’s instructions. Assemblies 
were handled with care to prevent wetting of the upper 
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Table 3a. Sample placement and pressure vessel labels. 

CN-1 

Condition 

W 

1 molar NaHCO, (60 ml) 

1 molar NaCl (60 ml) 

lower Invert 
km) 

aqueous phase 
- 

INV-26 (1.35) 

INV-17 (2.207) 

Upper invert 
km) 

vapor phase 

INV-25 (1.37) 
INV-24 (1.31) 

INV-27 (1.41) 

INV-18 (2.2923) 

Upper Shotcrete 
km) 

vapor phase 

SH-1 (1.48) 

SH-2 (1.47) 

SH-5 (1.33) 

PV number/ 
liner number 

13113 

18118 

717 

CN-2 

Condition 

*Dry” (+90” wet 
thermal treatment) 

aqueous phase vapor phase vapor phase 

INV-31 (1.51) INV-30 (1.56) SH-6 (1.45) blanWblank 

1 molar NaHC03 (60 ml) 

1 molar NaCl(60ml) 

H,O control(60 ml) 

INV-28( 1.48) INV-29 (1.45) SH-3 (1.21) 24723 

INV-32 (1.38) INV-33 (1.35) SH-4 (1.35) 14114 
- - - 12/12 

CN-3 

Condition 

DW 

1 molar NaHCO, (60 ml) 

1 molar NaCl (60 ml) 

aqueous phase 
- 

INV-23a (2.4714) 

INV-21 (2.2815) 

vapor phase 

INV-38 (1.9772) 
INV-37 (2.1172) 

INV-23b (2.4714) 

INV-36 (1.38) 

vapor phase 

SH-9 (1.48) 

SH-10 (1.55) 

SH-13 (1.15) 

13713 

18118 

717 

H,O control(60 ml) - - - 12712 

Table 3b. Fy97 schedule 

Ott Nov Dee Jan Feb Mar Apr May June July Aw Sept 

CN-2 

CN-3 

~ 100°C wet thermal treatment 90°C wet thermal treatment 

r@$q g&g& 200°C wet thermal treatment analysis 
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samples from splashing liquid. To minimize and perhaps 
eliminate the need to cool the pressure vessels during a 
run, 60 ml of MilliQ water was added to an otherwise 
empty liner (the fluid level control). This pressure vessel 
was used to monitor water loss from evaporation or 
leakage of the assembly. Although the Teflon liners of the 
pressure vessels are permeable, we measured no significant 
loss of water over the duration of the experiments. 

All vessels were preheated in a convection oven to 100°C 
for 14 days and then moved to a convection oven heated to 
200°C. Alter 33 days, which was the shortest run (CN-l), 
one pressure vessel representing each of the three chemical 
treatments [I molar (1M) NaHCO,, 1M NaCl, and dry] 
and the control vessel were removed from the oven and 
allowed to cool at room temperature. The samples were 
not rinsed (due to the fragile nature of some of the 
minerals that were formed during the experiment) and 
were allowed to air dry. For this reason, aqueous-phase 
evaporite deposits are expected on the samples in addition 
to the hydrothermal alteration products. These pressure 
vessels were unloaded and then cleaned and reloaded as 
described above to initiate CN-3, the medium duration 
run. The vessels were preheated for 14 days at 100°C and 
then moved to a convection oven heated to 200°C for 20 
weeks. 

The final batch of samples (CN-2) was removed from 
200°C treatment after 41 weeks. The vessels were cooled 
and checked for moisture loss, which was insignificant in 
any of the pressure vessels. These samples received an 
additional treatment in which 60 ml of deionized water 
was added to the “dry” pressure vessel. The vessels were 
then reheated to 90°C for an additional two weeks. The 
batch numbers (Batch l-Batch 3), unlike the run numbers 
(e.g., CN-l), are labeled in the order of increasing 
experimental duration; Batch 1 represents the shortest 
duration (47 days) and Batch 3 represents the longest 
(43 weeks). 

Samples were removed from the containers and allowed to 
air dry. Special care was taken to avoid knocking secondary 
phases from the surface of the samples. The samples were 
stored, between analyses in evacuated chambers containing 
DrieriteTM. As is clear from the analysis below, dehydrated 
splash droplets are easily differentiated from secondary 
precipitates. The splash droplets served at times to 
preserve underlying secondary precipitates. Both the 
samples and the aqueous fluids either have been or are to 
be analyzed as described subsequently. 

2.4 ANAWTICAL METHODS 

Inductively coupled plasma mass spectrometry (ICP-MS) 
and ion chromatography (IC) analyses were conducted on 
the aqueous solutions. IC analyses are given as ionic 
species, whereas ICP-MS analyses are not speciated. It is 
important to note that the aqueous chemistry elements are 
selected previous to the analysis. Therefore pertinent 
information to the interpretation of these experiments are 
not only concentrations, but elements analyzed and 
detection limits. Samples were photographed using a 
camera attached to a reflected light microscope. The 
camera was a Sony CCD-iris DXC-107a with Sony camera 
adapter model CAM-d7. The camera was connected to a 
Nikon optical light microscope OLM 2 18109, Nikon 
Transformer model UN, and Sony color video printer 
UP-3000. Glancing-angle x-ray diffraction, which provides 
analysis of the first few microns of sample, was used to 
characterize the surface of the treated specimens. Scanning 
electron microscopy (SEM) was conducted with a Hitachi 
S-800 FESEM with Tracer Northern Energy Dispersive 
Spectral analysis (EDS). Mechanical tests have been 
conducted on the second batch of samples in uniaxial 
compression at a cross-head advance rate of 0.002 in./min. 

2.5 AQUEOUS CHEMISTRY 

During the course of the experiments, the chemistry of the 
aqueous solution in contact with the concrete coupon in 
the bottom of the pressure vessel was expected to evolve. 
We have analyzed the chemistry of each batch at the end 
of the treatment as well as the original solution. These 
results can be interpreted as the evolution of the solutions 
in contact with the ESF concrete over time. In the future, 
we will compare the aqueous and the mineralogical results 
from these experiments with chemical modeling 
simulations (EQ3/6 and Geochemists Workbench) to 
assess whether our thermodynamic and kinetic data 
(Clodic and Meike, 1997) are adequate for the purpose of 
the Yucca Mountain Project. 

The chemistry of the original aqueous solutions, described 
above, was expected to be modified by the sample coupon 
(invert material) that was inserted in the solution 
underneath the platform. The samples exposed to the 
vapor phase on top of the platform (see Figure 1) were not 
expected to affect the solution chemistry. We expect the 
aqueous interaction to be between the solution and the 
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invert sample only because-although some splashing may 
have caused droplets of the solution to form and evaporate 
on the vapor phase samples (upper invert samples, 
Table 3a)-the analyzed aqueous solution in each case was 
only in direct, long-term contact with the sample at the 
bottom of the vessel (lower invert sample, Table 3a). Each 
solution was analyzed with ICP-MS and IC. As of the date 
of this report, the- analysis of Batch 3 has not been 
completed. The pH of each solution was also measured. 
The pH of Batch 1 solutions was not measured 
immediately after opening the pressure vessels; therefore, 
those values may not be as accurate. The true pH of these 
solutions could have been more alkaline before it was 
allowed to interact with CO, in the atmosphere. The 
results are plotted in Figures 2 through 5. 

2.5.1 IM NaHCO, Solution 

Figure 2 and Figure 3 illustrate aspects of the general 
evolution of the aqueous chemistry of a 1M NaHCO, 
solution in contact with ESF invert concrete. It is 
important to note that, although we interpret the data as 
an evolutionary sequence, from the original 1M NaHCO, 
solution (labeled “original solution” in Figure 2 and Figure 
3) through six weeks (Batch 1) to four months (Batch 2), 
each analysis represents the interaction between a different 
although somewhat equivalent concrete sample and the 
solution. As a consequence, some chemical variation may 
occur due to sample heterogeneity. Figure 2 illustrates the 
chemical constituents that were present in detectable 
concentrations, and thus the standard solution chemistry. 
Figure 3 includes all of the chemical species that were 
analyzed but not detected, plotted at their detection limit. 

It is clear that the pH of the NaHCO, solution increases 
with time to a value of 9.15. Not included on this plot is 
the pH measurement from Batch 3, which increases 
slightly to a pH value of 9.50. Thus, it appears that the 
solution had achieved a steady state with respect to the 
concrete sample at the conditions of the experiment within 
six weeks (the duration of CN- 1, which represents 
Batch 1). It is not clear whether the slightly increased pH 
at the end of Batch 3 represents sample heterogeneity or a 
renewed increase in pH; either possibility could be due to 
an excess of portlandite. In the former case, it could be due 
to a greater mass of portlandite in the Batch 3 sample. In 
the latter case, it could be related to the ratio of reaction 
surface area to fluid volume and the time required for the 
portlandite within the sample to increase its influence. 

2.5.2 IM NaCl Solution 

Figures 4 and 5 illustrate aspects of the general evolution 
of the aqueous chemistry of a 1M NaCl solution in contact 
with ESF invert concrete. It is important to note that, 
although we interpret the data as an evolutionary 
sequence, from the original IM-NaCl solution (labeled 
“original solution” in Figure 4 and Figure 5) through one 
month (Batch 1) to four months (Batch 2), each analysis 
represents the interaction between a different although 
somewhat equivalent concrete sample and the solution. As 
a consequence, some chemical variation may occur due to 
sample heterogeneity.Figure 4 illustrates the chemical 
constituents that were present in detectable concentra- 
tions. Similarly to Figure 3, Figure 5 includes the remain- 
der of the chemical species, primarily those that were 
analyzed but not detected, plotted at their detection limit. 

It is clear that the pH of the NaCl solution increases with 
time to a value of near 11.5. Not included on this plot is 
the pH measurement from Batch 3, which was also 11.48, 
suggesting that the solution achieved a steady state with 
the concrete sample, at the conditions of the experiment, 
within four months (the duration of CN-3, which 
represents Batch 2). The relation between pH change and 
time is not completely clear, due to the uncertainty in the 
Batch 1 pH value (6.3.5), which was measured two months 
after the samples had been removed from the pressure 
vessel. It is probable, however, by comparison with the 
NaHCO, results, that the solution achieved equilibrium 
with the sample within one month. We suspect that the 
Batch 1 aqueous solution originally had a pH of near 11.5, 
but it was not at equilibrium with atmospheric CO,. We 
suspect that, over time, it equilibrated with atmospheric 
CO, (becoming carbonate species in solution), and the pH 
of the solution was consequently reduced. This 
interpretation is consistent with the NaHCO, solution 
results in which the pH appears to have reach a steady 
state by the end of Batch 1. The pH of the Batch 1 
NaHCO, solution was apparently not affected by the one 
month delay between removal from the vessel and pH 
measurement, because of significant buffering by the high 
concentration of HCO,-. .- 

2.5.3 Dry Samples 

The aqueous chemistry is not relevant to the “dry” samples 
from Batch 1 or Batch 2. However, water was added before 
the last two weeks of thermal treatment at 9Q”C of Batch 3. 
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In the discussions the various analyses below, these “dry” 
treatment coupons are usually included in the discussions 
of the “vapor treatment” samples. The two week water 
sample was collected from Batch 3 after the experiment. 
The analytical results have not been completed. However, 
the pH was measured at a value of 11.84. This gives 
additional credence to the supposition that the pH of the 
NaCl solution also increased quickly. 

3.1 PHOTODOCUMENTATION Batch 3 

Table 4 shows the current status of sample analyses. 
Batch 1 and the untreated samples were not photographed; 
however, most of Batch 2 and all of Batch 3 were 
photographed, and the photos are described in the sections 
below. Black and white photos do not have scale bars; 
sample dimensions are approximately 13 x 2 5 mm. Table 5 
is a summary of the features observed in the color 
photographs. 

Table 4. Status of analyses as of 
September 10,1997. 

Analytical 
method 

Untreated Batch 1 Batch 2 Batch 3 
samples samples samples samples 

Color NA NA ii 
photodocumentation 

Thin-section analysis II Ii Iii 

SEA4 I I Ii 

Glancing-angle XRD I I Ii 

Powder XRD I I ill 

Mechanical test I, ii I, II ii 

NA L no analysis performed. 
I = Analysis documented in Meike (1997). 
II = Analysis documented In this report. 
III = Analysis to be documented In a future, final report. 

II 

Ill 

ill 

Ii 

Ill 

Ill 

., . . . . , . -..,.:.. . . . . ,. . . i .  , ., $  ., 

3.1 .I Treated Samples, Dry 

Batch 1 
No photos were taken of Batch 1 samples. 

Batch 2 
Invert. Sample INV-37. Figure 6 is a black and white 
photograph of this sample. At this scale, little evidence of 
secondary phases is observed on the surface of the sample. 

Invert. Sample INV-38. No photos were taken. 

Shotcrete. Sample SH-9. Figure 7 is a black and white 
photograph of this sample. At this scale, little evidence of 
secondary phases is observed on the surface of the sample. 
A thin, white crust is visible around the central hole. 

Invert. Sample INV-30. A typical view of the sample 
(Figure 8) shows white rims surrounding small aggregate 
grains, but not the large grains (in the photo the large 
grains are gray). Also illustrated is a higher-magnification 
view of a white rim around a small aggregate grain. The 
grout is white. 

Invert. Sample INV-3 1. The sample (Figure 9) appears 
to have very few white rims around grains. A typical view 
of the sample shows some aggregate with thin white rims, 
and some without. Tiny crystals are also observed on 
aggregate. The tiny crystals were not observed on grout, 
but were observed on other aggregate grains. 

Shotcrete. Sample SH-6. Photographs of this sample 
appear in Figure 10. White rims occur on many aggregate 
grains, both large and small. Other notable features shown 
in the photos are brown mica grains, a white phase near 
the central hole, and three stainless steel fibers with a 
black/red phase that occurs on the surface of the fibers. 

3.1.2 Treated Samples, 1 M  NaHCO, 
Solution 

Batch 1 
No photos were taken of Batch 1 samples. 

Batch 2 
Invert. Aqueous treatment. Sample JNV-23a. 
Figures 11 and 12 are photographs of this sample. Both 
sides of this sample were photographed because they were 
quite different. Side 1 (Figure 11) is nearly covered with a 
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Table 5. Summary of color photo observations. a 

Treatment Batch Sample 
number 

Secondary alteration features 

Orange White White Clear 
grout rims clusters crystals 

Probable artifacts 

Brown White 
crystals crust 

Invert 

Aqueous, NaCl 2 21 J 

3 32 J J 
i:.“:‘.‘:.vap9r;.~aCf:-::. ,... 1::. ....:. . . . ;YIi.!! .‘.,: I.::$- ’ : ..-:1,.$6. : .:. .. :. .. 

..: :, .:,, ,.:.i .: . . . . . :... .: :: ., . . : . . . . . . . . . . . ..:. . . . . ,...... . . .::: :/.:.jj:--: :,I.... 
:;,:, ,::j:, ..:.. ‘;;$a’.:.. :,: i;.: -::.;:;::.~~~ 

.:‘I ;, :i,;.:<,:: :..~i::.:‘:‘i’i..,‘,::;I,: :: ,., 
: .:y;.:.i’: ‘. ;i;;,: Lgj,;:,:j::~,:. -..::;; :;. .:., i,.;j;;;.li.;;:, 
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Aqueous, NaHCO, 2 23a J J 

3 28 J J 

Shotcrete 

W  2 9 J 

3 6 J J 

NaHCO, 

a Photographs of untreated samples, Batch 1 samples, and some Batch 2 samples were not obtained. 

white crust. At least two patterns emerge on the white 
crust over a large, gray aggregate grain. One resembles a 
radiating web, and the other, mud cracks. These are 
probably the vestiges of evaporated solution. 

Unlike side 1, side 2 (Figure 12) only shows crust around 
the central hole. Two odd, brown crystals are shown on 
aggregate grains. Also documented are a white, fan- 
shaped phase that occurs around the central hole on both 
aggregate and grout and a white, granular phase that 
occurs near the edge of the sample on both aggregate and 
grout. The grout has a sugary appearance in this sample. 

Invert. Vapor treatment. Sample INV-23b. 
Photographs of this sample are shown in Figure 13. In the 
black and white photo, the sample does not appear to have 
white rims or other white crystals on it. At higher 
magnification, faint, flat white rims come into view and 
appear sugary, not spindly. A white granular phase is 
shown at the bottom of a pit in grout. 

Shotcrete. Vapor treatment. Sample SH-10. The 
sample (Figure 14) bears little evidence of secondary 
phases at this scale. Many pits are visible in the grout. A 
steel fiber is visible in association with black and orange 
areas that appear to be alteration of the fiber. Also visible 
are two white crystals attached to the central hole, and an 
aggregate grain with a yellow colored phase within it. 

Batch 3 
Invert. Aqueous treatment. Sample llW-28. Both sides 
of this sample were photographed (Figure 1.5 and Figure 
16) because they were quite different. Side 1 (Figure 1 S) 
has no white crust, and side 2 (Figure 16) is nearly covered 
with a white crust (probably droplets of the aqueous 
solution). No white rims are evident around the aggregate 
grains of side 1; however, euhedral crystals are fairly evenly 
distributed on both aggregate and grout. Side 2 is nearly 
covered with a white crust. The white crust partially coats 
both aggregate and grout. Euhedral crystals also occur on 
this side of the sample; however, they are not as abundant. 
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Invert. Vapor treatment. Sample INV-29. This sample 
(Figure 17) has orange colored grout and few, if any, white 
rims on grains. One grain shown in a photo may have a 
white rim, but not of the thickness and development of 
rims seen in other samples. 

Shotcrete. Vapor treatment. sample SH-3. This sample 
(Figure 18) has orange colored grout and widespread, tiny 
euhedral crystals that commonly occur on aggregate and 
sparsely occur on grout. 

3.1.3 Treated Samples, 1 M NaCl Solution 

Batch 1 
No photos were taken of Batch 1 samples. 

Batch 2 
Invert. Aqueous treatment. Sample INV-2 1. Notable 
features in this sample (Figure 19) include clusters of white 
radiating crystals that commonly occur on aggregate. At 
least five of these clusters were observed on the sample. 
Also photographed were two pits in grout, filled with a 
white phase that has a sugary texture. There were several 
such pits on this sample. The small aggregate grains in this 
photo do not appear to have reaction rims. 

Invert. Vapor treatment. Sample INV-36. In the black 
and white photo (Figure 20), white rims of secondary 
phase can be observed around the smaller aggregate grains 
and within the large grains. A large pit is visible. Color 
photos reveal a white fibrous mat of crystals attached to an 
aggregate grain on the edge of the sample, as well as white 
rims around smaller aggregate grains and within a large 
aggregate grain. Other features are aggregate grains with 
no white rims, white rims that appear to be in grout (note 
the fine, white spindles on the inside one of the white 
rims), and a fibrous mat of crystals near the central hole in 
the sample. The crystals also radiate into the hole, but they 
are out of focus in the photo. 

Shotcrete. Vapor treatment. Sample SH-13. 
Photographs of this sample are shown in Figure 2 1. Eighty 
to ninety percent of all the grains have visible white rims. 
Some of the features photographed include tiny white 
crystals that radiate from the edge of the sample, needle- 
shaped crystals radiating from a mound of other crystals, a 
white rim with inward-radiating spines, and two brown 
mica grains (probably biotite) with no reaction rims. 

Batch 3 
Invert. Aqueous treatment. Sample w-32. The sample 
(Figure 22) appears to have few obvious secondary reaction 
features at this scale. One photograph documents a white, 
radiating crystal cluster on an aggregate grain. Four crystal 
clusters occur on the sample, all on aggregate. The photo 
also illustrates the typical texture of the grains and grout in 
this sample. Another notable feature is tiny cubic crystals 
that occur on two types of aggregate as well as grout. 

Invert. Vapor treatment. Sample m-33. The photos 
(Figure 23) show that white rims occur around some 
aggregate grains, and a white crust sparsely coats some of 
the sample. An unusual raised white rim was observed 
within an aggregate grain. Only one raised rim occurs on 
each side of the sample. Also shown are two morphologies 
of the white crust-forming phases that sparsely coat the 
sample. The examples in the photo are shown on 
aggregate. Although sparse, some small grains within the 
noncoated areas have white rims. 

Shotcrete. Vapor treatment. Sample SH-4. This sample 
(Figure 24) contains numerous grains with white rims. The 
photos show a crack in the corner of the sample containing 
a fiber that appears to have oxidized. Also shown are high- 
magnification views of the white rims around many of the 
grains in the sample. 

3.1.4 Untreated Samples 

No photos were taken of untreated samples. 

3.2 THIN-SECTION ANALYSIS 

A thin section is an approximately 30-pm-thick slice of 
sample mounted on a glass slide. Many opaque materials, 
when sliced thinly enough, allow light to pass through. We 
have identified aggregate minerals from thin sections, on 
the basis of their optical properties, using a petrographic 
microscope. This standard method of geological analysis 
takes advantage of certain optical properties that can be 
observed in polarized light, one of which is known as ’ 
birefringence. The advantage of this method over our 
other surface-analysis techniques is that we can document 
the extent to which changes occur within the sample or 
even permeate the sample. 

. . . . *  . . . . ,. I. . .,. 
‘. . . . ,.. ., .I. ..I. I . . I . . . . . . 9 



HYDROTHERMAL AuERATION OF c EMENlmous htArwALs 

The fractured Batch 1 samples were rebuilt and embedded 
in epoxy before mounting on petrographic slides, cutting 
with a diamond saw, and polishing with a series of 
microgrits. Appendix B contains the detailed results of 
thin-section analysis, and Tables 6 and 7 summarize those 
results. Modal percentages of aggregate mineralogy were 
estimated visually and should be treated as approximate 
values. 

This section summarizes general observations made during 
thin-section analysis. Sections that follow provide 
individual sample descriptions, grouped by treatment type. 
The invert and shotcrete samples can be distinguished by 
their aggregate size and mineralogy, and only somewhat by 
the percentage of grout in the sample. 

Both shotcrete and invert have bimodal distributions of 
aggregate size. In the invert case, the two sizes are 
explicitly defined. In the case of the shotcrete, one size 
fraction (fine aggregate) is defined. The biomodal 
distribution is an implicit characteristic of the original fine 
aggregate. The scale of that size distribution is quite 
different for the invert aggregate than for the shotcrete. 
Although coarse and fine size groupings were determined 
on a sample-by-sample basis (a 3-mm grain might be 
grouped with the fine aggregate in one sample, and with 
the coarse aggregate in another sample) invert coarse 
aggregate is approximately 12 to 3 mm, and fine aggregate 
is 4 to 0.05 mm, whereas shotcrete coarse aggregate is 2.2 5 
to 0.5 mm, and fine aggregate is 0.2 to 0.05 mm. Estimates 
of grain size are included in Appendix B. 

Aggregate mineralogy varies greatly between invert and 
shotcrete samples, but is less variable within those 
groupings. Table 6 is a summary of aggregate mineralogy. 
The invert aggregate consists mostly of carbonate 
minerals, whereas shotcrete aggregate consists mostly of 
silicate minerals, such as quartz and feldspar. The invert 
aggregate consists of 80 to 100% carbonate, 5 to 20% 
SiO, phases (quartz, quartz-bearing lithic fragments, and 
chert), and 1% or less of hematite and other opaque phases 
(Table 6 and Appendix B). Shotcrete aggregate has a more 
diverse mineralogy and consists of 80 to 90% silicate 
minerals (SiO, phases and feldspar), 5 to 15% carbonate, 
3 to 18% lithic fragments and biotite, and 1 to 10% 
accessory phases (Table 6 and Appendix B). 

The percentage of grout visible in a thin section can be 
affected by several factors. Invert samples can appear to 
have less grout if several, large aggregate grains dominate 

the thin section. Similarly, shotcrete samples can appear to 
have less grout if aggregate grains dominate the thin 
section (shotcrete can be stratified due to the way it is 
applied to the tunnel wall). The grout fraction estimated 
for each sample should be viewed in light of the above- 
mentioned factors. Invert samples showed 20 to SO% 
grout, and shotcrete samples exhibited 48 to 5.5% grout 
(Appendix B). 

In the discussion that follows, unique features of each thin 
section are described. These features are derived from 
Appendix B and summarized in Table 7. A brief 
description of the features is given here. Birefringent rims 
on grains are typically thin, less than one-one hundredth of 
a millimeter. We were unable to determine the identity of 
these phases that make up the birefringent rims by light 
optical methods. Buff-colored grout has the optical 
properties of normal grout and only differs in color. 
Clouded brown grout differs from normal grout in that it 
is nearly opaque. Blotchy grout consists of irregularly 
alternating patches of bright, birefringent grout, and 
brown cloudy grout. 

Both vapor and aqueous invert samples exposed to the 
1M NaCl solution exhibit birefringent rims on some 
quartz and carbonate grains, clouded brown grout, and 
blotchy grout. The vapor shotcrete sample exhibited 
birefringent rims around some quartz, feldspar, and 
carbonate grains, and clouded brown grout. 

All NaHC03-treated samples exhibit buff-colored grout. 
Invert samples exposed to both vapor and aqueous 
treatments exhibited birefringent rims on some quartz and 
carbonate grains, clouded brown grout, and blotchy grout. 
The vapor shotcrete sample exhibited birefringent rims 
around some quartz and feldspar grains. 

Both invert samples thermally treated under “dry” 
conditions showed birefringent rims on some quartz and 
carbonate grains. Only one of the invert samples, INV-24, 
showed clouded brown grout. The shotcrete sample 
showed birefringent rims on quartz and feldspar grains, 
and brown cloudy grout. .. 

In comparison to the treated samples, the untreated invert 
sample showed birefringent rims on quartz and carbonate 
grains, and clouded, brown grout. The untreated shotcrete 
sample showed birefringent rims on quartz and feldspar 
grains. 
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Table 6. Estimated modal percentages of phases observed in Batch 1 samples under petrologic microscope. ’ Table 6. Estimated modal percentages of phases observed in Batch 1 samples under petrologic microscope. ’ 

Carbonates* Carbonates* 100 100 90 90 100 100 90 90 95 95 100 100 80 80 100 100 90 90 85 85 100 100 85 85 10 10 10 10 15 15 10 10 5 5 8 8 15 15 5 5 

U&tics ’ U&tics ’ 6 6 Q Q 5 5 Q Q 17 17 

Biotite Biotite 3 3 10 10 1 1 5 5 8 8 1 1 5 5 

Opaques ’ Opaques ’ 1 1 1 1 1 1 1 1 1 1 Q Q 1 1 

Pyroxene Pyroxene 1 1 1 1 Q Q Q Q 

Amphibole Amphibole 1 1 1 1 Q Q 

Hematite Hematite 1 1 1 1 1 1 

Epidote Epidote 1 1 

Zircon Zircon 1 1 1 1 

Muscovite Muscovite Q Q 

Chlorite Chlorite 1 1 1 1 Q Q 

Clinozoisite Clinozoisite 1 1 
a a Numbers represent the estimated modal percent of each phase observed in the coarse or fine aggregate of the sample. Numbers represent the estimated modal percent of each phase observed in the coarse or fine aggregate of the sample. 

c = coarse-grained fraction of aggregate. c = coarse-grained fraction of aggregate. 
f = fine-grained fraction of aggregate. f = fine-grained fraction of aggregate. 

b b These samples did not contain coarse aggregate. These samples did not contain coarse aggregate. 
c c SOP phases include quartz, chert, quartzite and quartz sandstone lithic fragments. SOP phases include quartz, chert, quartzite and quartz sandstone lithic fragments. 
d d Carbonates include calcite, limestone, fossiliferous limestone, and dolomite. Carbonates include calcite, limestone, fossiliferous limestone, and dolomite. 
c c Liihics are rock fragments that contain many phases in one, coherent grain. Liihics are rock fragments that contain many phases in one, coherent grain. 
f f Opaques are phases that are opaque to transmitted light. Probable examples are metal oxides, such as magnetite. Opaques are phases that are opaque to transmitted light. Probable examples are metal oxides, such as magnetite. 

3.3 SEA4 

Scanning Electron Microscopy (SEM) was conducted 
using a Hitachi S-800 FESEM with Tracer Northern 
Energy Dispersive Spectral analysis (EDS). Appendix A 
contains analysis point sketch maps that allow the reader to 
spatially relate the SEM analysis points discussed in the 
text below to figure numbers, and to relate features 
observed at light microscope magnifications to features 
observed at SEM scales. The SEM photomicrographs are 
presented in Figures 2 S-86.The samples were coated to 
eliminate charging. Palladium was chosen so as not to 
interfere with the chemical analysis. The Pd signature is 
visible in the chemical spectra (e.g., Figure 57 and 
Figure 58) of some of the more thickly coated samples. 

To obtain quantitative information from the EDS it is essen- 
tial to use well characterized standards. The ratio of signal 
intensities is not directly proportional to the ratio of concen- 
trations of the related elements in the chemical profile of a 
single mineral. That ratio (often referred to as the K ratio) 
varies, proportional to the atomic number, and must be deter- 
mined for a particular machine and particular settings using 
the well characterized and chemically appropriate standards. 
However, these K ratios are only accurate in the case of a flat 
sample; because of the relief inherent in our samples, we 
question the benefit of a completely quantitative approach at 
this point in our investigation. In contrast, this study uses the 
chemical information from the EDS in a qualitative manner 
in order to distinguish trends that should be pursued in 
further studies, and in particular, for this study as potential 
support to our solutions to XRD spectra. For our interpreta- 
tions we only assume that for a given instrument and setting 
(i.e., an undetermined but singular set of K ratios) we can, 
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HYDROTHERMAL AKERA~ION OF c EhENmlous MATERlALs 

Table 7. Batch 1 concrete experiments: Thin-section observations. 

Sample number 
and treatment Qtz a Fsp a Carb ’ 

Buff-colored 
cement 

Clouded, brown 
cement 

Blotchy cement 
(brownlbirefringent) 

INV-20, untreated J J J 

Sl7J;!,$ untreated -J ;-J- 

SH-1, dry 

N-25, dry 

INV-26 NaHCO,, liquid 

SH-5 NaCI, vapor 

INV-18 NaCI, vapor 

a Birefringent r ims were observed on some of these grains. Qtz = quartz; Fsp = potassium feldspar and plagioclase feldspar; 
Carb = carbonate minerals and lithlc fragments, such as limestone. Birefringent r ims were more common on SH-2 than on W-1 
and were more common on SH-5 than on SK2. Note: invert samples do not contain feldspar aggregate grains. 

by comparing the chemical signature of one mineral to that of 
another, obtain a qualitative understanding of the relative 
concentrations of the associated elements in the two minerals. 

We expect to resolve carbon and oxygen because the lower 
detection limit of the EDS system is below atomic number 
14. Even though the uncertainty of the EDS signal as a 
function of the angle of the sample surface increases with 
decreasing atomic number, and thus the carbon and 
oxygen signals are even more uncertain than those of 
elements with higher atomic number in these samples, we 
pay particular attention to these elements as significant 
evidence of the formation of secondary carbonate and 
hydrate phases. The relative ratios of intensities are 
therefore interpreted qualitatively as representative of 
relatively higher or lower concentrations of particular 
elements from sample to sample. In particular, quantities 
of carbon and oxygen are discussed as evidence in support 
of the presence of a particular hydrate or carbonate phase 
also detected by other techniques such as XRD. 

3.3.1 Treated Samples, Dry 

Batch 1 
SEM analysis of the Batch 1 dry-treated samples is 
documented in Meike et al. (1997), Figures 53 through 63. 

Batch 2 
Invert. In general, the surface alteration of NV-3 7 
(PV-13-37) app ears as localized rings of Ca-Si-hydrate 
crystallites. Figure 2 Sa is an SEM photomicrograph of an 
aggregate grain, showing reaction phases around the rim. 
EDS suggests that the grain is carbonate (Figure 2 Sb). The 
reaction phases are illustrated at higher magnification in 
Figures 26a, 27a, and 28a. One of the ring-forming phases 
is needle-shaped (Figure 26a), and one is bladed (Figure 
27a). The two phases have similar EDS signatures (Figure 
26b and Figure 27b), potentially differentiated by the 
abundance of Ca. 

At least two other possible alteration phases can be 
identified in the grout and on grain surfaces. Figure 29a is 
an SEM photomicrograph of stubby crystals that formed 
outside of the grain, in the grout, to the left of the phase in 
Figure 27a. EDS indicates the presence of Ca with minor 
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PART II: SECOND AND THIRD BATCH OF SAMPLES 

amounts of Si and 0, which is similar to the EDS 
signature of unaltered grout (Figure 27~). Also occurring 
on the sample is a thin, stringy reaction phase (Figure 28a) 
that occurs on the surface of the grain, inboard of the 
needle-like and bladed crystals shown in Figures 26a and 
27a. EDS indicates nearly equal amounts of Si and Ca, 
with minor amounts of 0, K, C, and Al, which is fairly 
distinct from the phases that rim the grain. 

The surface alteration of INV-3 8 (PV- 13-3 8) is similar to 
that of INV-37 in that the majority of the reaction phases 
occur at grain boundaries and form rings of alteration 
around the grain. The alteration phases that rim aggregate 
grains are similar in morphology and composition to those 
that rim grains in sample INV-37. Photomicrographs 
shown in Figures 30 through 34 illustrate the three 
morphologies of the grain-rimming phases: needle shaped, 
tabular, and fibrous. The aggregate grains in Figure 30 and 
Figure 3 2 are quartz or some other silica-bearing phase 
(Figure 30b and Figure 32b). The ratios of Si, Ca, and K 
are fairly similar in the grout outside the two aggregate 
grains (Figure 3Oc and Figure 32~). The reaction phases 
rimming the grains include needle-shaped, tabular, and 
fibrous, all with a calcium silicate composition. The 
tabular phases (Figure 3 la and Figure 32a) rimming the 
grains have a similar Ca:Si ratio (Figure 3 lc and 
Figure 32d). Figure 33 and Figure 34 illustrate more 
examples of the needle-shaped and fibrous morphologies, 
with EDS of the material on either side of the reaction 
phases. 

Shotcrete. The surface alteration on sample SH-9 
(PV- 13-9) is similar to that in the other dry treated 
samples. Several Ca-Si phases occur as alteration rims on 
grain boundaries, and several occur on grout. This sample 
also has a steel fiber that shows no reaction phases or 
alteration (Figure 3 5) and a carbonate phase that occurs in 
and around the drilled-out hole in the center of the sample 
(Figure 36). Feldspar grains were found both with reaction 
phases (Figure 37) and without (Figure 38 and Figure 39). 

Approximately six Ca-Si alteration phases occur on 
aggregate or at the aggregate/grout boundary. Figure 40a 
is an SEM photomicrograph of a tiny tabular phase (see 
center of photo). EDS of the area (Figure 40b) indicates 
that the tabular phase has precipitated on a quartz or other 
SiO,-bearing aggregate grain. The aggregate grain likely 
makes up the majority of the x-ray volume. Figure 4Oc is 
an SEM photomicrograph of the tabular phase at higher 
magnification. EDS of the tabular phase (Fig 40d) 

indicates the presence of Si, 0, and Al, with minor 
amounts of Ca. The underlying grain likely contributes 
most of the signal in this spectrum. Figures 4lc, 42c, and 
43a show Ca-Si phases with a fine, stringy morphology. 
The phase was most commonly found in the center of an 
aggregate grain with a reaction rim and is similar to a 
phase seen on Batch 1 sample SH-1, areas 2 and 7. This 
phase occurs on a variety of substrates, such as feldspar and 
quartz or other SiO, phases. 

Figures 44 through 47 illustrate four more Ca-Si phases that 
occur at grain boundaries. Figure 44a is an SEM photo- 
micrograph of an aggregate grain with a white, stringy 
reaction phase and band of black glassy material. EDS of the 
aggregate grain indicates that it is quartz or some other 
SiO, phase. At higher magnification (Figure 45c), the white, 
stringy reaction phase shown in Figure 44a appears thread- 
like. EDS of the glassy phase (Figure 45b), possibly the 
result of an alkali/silica reaction (see, e.g., Taylor, 1990) 
between the SiO, phase and the grout, indicates the 
presence of Si and 0, with minor amounts of Ca, K, Al, and 
Na. Figure 46 is an aggregate grain with at least two 
different phases occurring at the grain boundary. Figure 46a 
illustrates a tabular phase, and Figure 46c shows a spindle- 
shaped phase. The two phases have distinctly different Ca:Si 
ratios (Figure 46b and Figure 46d). Figure 42a illustrates a 
tabular reaction phase found on a plagioclase grain 
boundary (same grain as in Figure 3 7). The morphology 
differs from the tabular phase in Figure 46; the phase 
illustrated in Figure 42 has pointed, serrated tips. EDS 
(Figure 42b) indicates the presence of Si, Ca, 0, Al, and K, 
with possible minor amounts of Na and Fe. 

Figure 47a is an SEM photomicrograph of a feathery, 
radiating reaction phase, with a less-developed example in the 
upper left corner. The phase is shown at higher magnification 
in Figure 47b. The radiating feathers were transparent at 
higher magnification and could be as thin as 6 to 10 atom 
layers. An EDS of the more developed phase (Figure 47c), 
measured from the center of the phase, indicates the presence 
of Si, Ca, and 0, with minor amounts of Al. Figure 47d is a 
photomicrograph of the less-developed example. 

Two Ca-Si phases occur on grout, in the absence of a grain 
boundary. Figure 48a is a photomicrograph of acicular 
crystals that occur in a pit in grout (the pit is shown in 
Figure 49a). EDS of the acicular crystals (Figure 48b) 
indicates the presence of Si, 0, Al, and Ca, with minor 
amounts of K and Na. Figure 5Oa is an SEM photomicro- 
graph of a thin veneer of a bladed secondary phase. The 

. . . ., ., . . . . . . . . ::.. . , ,. . . . . . . . . . . . .._ %, , (, ,. . . . . . . . . . . . ‘. , ,... . _,,, . .) . . ..q 3  . 



crystals do not appear to be on a grain boundary, and were 
observed elsewhere on the sample. EDS (Figure 50b) 
indicates the presence of Si, Ca, and 0, with minor 
amounts of Al and K. A significant portion of the spectrum 
may have been contributed by the underlying material 
because the veneer of crystals is thin and sparse. 

3.3.2 Treated Samples, IM NaHC03 
Solution 

Batch 1 
SEM analysis of the Batch 1 NaHC03-treated samples is 
documented in Meike et al. (1997), Figures 30 through 52. 

Batch 2 
Invert. Aqueous treatment. The sides of sample INV- 
2 3A (PV-18-2 3 a) were sufficiently different that we sur- 
veyed both sides and discuss them separately as side 1 and 
side 2. No Ca-Si crystallites occur on the sample’s surface. 

Side 1 had an abundance of white crust coating most of the 
surface, on which at least four morphological textures can 
be observed (Figure 5 1 a). One of these phases (Figure 5 1 b) 
resembles fibrous clumps. EDS of the fibrous phase 
(Figure 51~) suggests the presence of Si, Cl, Na, and 0. A 
second phase that occurs in the white crust is a globule- 
shape (Figure 52a), and EDS (Figure 52b) suggests the 
presence of Si, 0, Na, Al, and Cl. A third phase (Figure 
52~) is typical of the smoother areas of the white crust, and 
EDS (Fig 52d) suggests the presence of Si, Cl, Na, and 0. 
Figure 53a is an SEM photomicrograph of a 
rhombohedron poking through the white crust. EDS of 
the rhombohedron (Figure 53 b) suggests the presence of 
Ca, Si, 0, Cl, and Na. Figures 54a and 54b illustrate two 
acicular phases that occur in the crust. EDS of the phase 
shown in Figure 54b suggests the presence of 0, Na, and 
Si. Figure 55a is an SEM photomicrograph of a needle- 
shaped phase that has a square cross-sectional shape. EDS 
(Figure 55b) of the needle-shaped phase, where it occurs 
on an aggregate grain, suggests the presence of 0, Na, and 
Si. EDS (Figure 55~) of an area adjacent to the needle- 
shaped phase suggests the presence of 0, Na, and Si. 

On side 2, white crust is only evident around the drilled- 
out central hole of sample INV-23A (PV-18-23a). The 
remainder of the surface is fairly homogeneous. In a 
typical view of the surface (Figure 56a), trapezohedral and 
rhombohedron phases, as well as a third smaller phase, are 
observed in the ground mass. EDS of the trapezohedral 
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crystals (Figure S6b) suggests the presence of Si, 0, Al, and 
Na, and could be analcime. EDS of the rhombohedral 
crystals (Figure 56~) suggests a calcite composition. EDS 
of the tiny crystals in the ground mass (not shown) also 
suggests a calcite composition. 

Five Na-bearing phases are also present on this sample. 
Figure 57a is an SF&I photomicrograph of a fine, radiating 
crystalline phase. EDS of the phase (Figure 57b) suggests 
the presence of 0, Na, and Cl. Figure 58a is an SEM 
photomicrograph of a radiating phase. EDS of the 
radiating phase (Figure 58b) suggests the presence of 0 
and Na. At lower magnification (Figure 58c), the radiating 
phase is observed in mats between the abundant 
trapezohedrons. Figure 59a is an SEM photomicrograph 
of a lath-shaped phase at low magnification. Figure 59b 
shows the lath-shaped phase at higher magnification and 
reveals a mound of spike-shaped crystals. EDS of this 
phase (Figure 59~) suggests the presence of 0 and Na. 
Figure 60a is an SEM photomicrograph of a 2- to 3-mm 
plate on the sample that contains lath-shaped crystals and 
trapezohedrons. The plate sits higher than the 
surrounding surface. EDS of a clear area of the plate 
(Figure 60b) suggests the presence of Si, 0, Na, and Cl. 
Figure 6Oc shows trapezohedrons within a web of feathery 
crystals. EDS of the feathery web-like (Figure 60d) crystals 
suggests 0, Na, and Cl. 

Invert. Vapor treatment. In general, the surface altera- 
tion of INV-2 3 b (PV-18-2 3 b) appears as patches of 
euhedral carbonate rhombs on grout and, less commonly, 
crystal clusters on grout. Photomicrographs and EDS of 
grout in this sample from two areas yielded consistent re- 
sults (Figures 61-63). The euhedral carbonate rhombs are 
shown in Figure 64. A lower-magnification photomicro- 
graph in Figure 62b illustrates the patches of rhombs. The 
crystal clusters occur in a pit in the grout and are shown in 
Figure 65. Because this phase is in a pit, all of the x rays 
generated by the beam may not reach the detector (the pit 
walls may block some of the x-rays’ path to the detector). 

Shotcrete. Vapor treatment. The surface alteration of 
SH- 10 (PV- 18- 10) varies widely. At least two Ca-Si 
bearing phases, three carbonate phases, one Si-0, two 
Na-0 phases, and three others occur sparsely on the 
sample. A steel fiber is present in this sample. Figure 66a 
illustrates the steel fiber. At higher magnification (Figure 
66b), a coating of platy crystals is observed covering the 
steel fiber. The EDS of the fiber surface (Figure 66~) 
shows a high Fe peak, as well as Si, 0, and K, possibly 
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contributed by the platy phase. The crystals are similar in 
morphology (but not composition) to Batch 1, sample SH- 
1, area 4. The three round crystal clusters near the center 
of the Figure 66a were some of several found near the steel 
fiber. Other examples are shown in greater detail in Figure 
67a. The clusters in Figure 67a occur on the fiber and have 
EDS spectra similar to those of the platy phase. Not all of 
the clusters occur on the fiber. Three carbonate phases 
occur on the rim of the steel fiber, each with a slightly 
different morphology (Figure 67c and Figure 68). Figure 
68a illustrates grains with the rounded appearance 
common to dissolution features. 

Another carbonate phase is shown in Figure 69a. It appears 
as tiny, euhedral rhombs on grout and is fairly widespread 
on the sample. The two Na-0 phases have very different 
morphologies. One is a honeycomb-like mineral (Figure 
70a) that occurs on an unknown substrate adjacent to the 
metal fiber. At higher magnification, this phase is similar 
to Batch 1, sample SH-2, area 1. EDS (Figure 70b) 
suggests the presence of 0, Na, Ca, K, Cl, Si, Al, and C. 
This composition is similar to Batch 1, sample SH-2, area 
1, which contains Na, 0, C, S, Cl, Si, and Ca. The other 
Na-0 phase, shown in Figure 7 la and Figure 7 1 b, occurs 
in a band along a grain boundary. EDS of this phase 
(Figure 7 lc) is slightly different and indicates the presence 
of 0, Na, C, and Si, with possible Al. 

Figure 72 illustrates tiny, euhedral crystals that occur on 
grout. EDS (Figure 72~) suggests that the crystals could be 
quartz or some other Si-0 phase. The two Ca-Si phases 
are shown in Figure 73 and Fi,gure 74. They have a fairly 
similar morphology, and both occur on grout. EDS 
(Figure 73c and Figure 74b) indicates that one could have 
a higher Ca-Si ratio than the other. 

3.3.3 Treated Samples, IM NaCl Solution 

Batch 1 
SEM analysis of the Batch 1 NaCl-treated samples is 
documented in Meike et al. (1997), Figures 1 through 29. 

Batch 2 
Invert. Aqueous treatment. Surface alteration of sample 
INV-2 1 (PV-7-2 1) is homogeneous. Figure 75a illustrates 
the three phases that are common throughout the sample. 
One is a faceted, euhedral phase that occurs more densely 
on aggregate and has a carbonate composition (Figure 75b). 
Crystals of a smaller rhombohedral phase that occurs on 

the aggregate grain, and a platy phase that occurs on grout, 
are also observed. Higher magnification of the rhombo- 
hedral and platy phases is shown in Figure 76. Figure 76a 
demonstrates the small, platy phase that occurs on grout. 
Note the serrated edges on the plates. This phase occurs in 
random orientations and sometimes is clustered into 
rosettes. EDS of the platy phase (Figure 76b) indicates the 
presence of Cl, Ca, Si, Na, and 0. The smaller, rhombo- 
hedral phase appears on aggregate grains (Figure 76~) and 
has an EDS (Figure 76d) that indicates the presence of Ca, 
Si, 0, and C. The Ca:Si ratio of the platy phase and the 
rhombohedral phase differ. In addition, Cl is indicated in 
association with the platy phase and not with the rhombo- 
hedral phase. Also present on this sample are several 
clusters of crystals with long, thin, radiating spines (Figure 
77a). At higher magnification, cubic crystals are visible in 
the center of the cluster. EDS of the cluster center (Figure 
77b) suggests the presence of Ca, Si, and 0. 

Invert. Vapor treatment. Raised Ca-Si crystallite 
reaction rims characterize the surface alteration of sample 
INV-36 (PV-7-36). In Figure 78a, rims within and around 
an aggregate grain can be observed. A large aggregate 
grain is visible in the upper portion of the 
photomicrograph. The grain has two, faint rings of 
secondary phases within it, and a ring on the grain edge. 
Grout is present in the lower portion of the 
photomicrograph. The small aggregate grain imbedded in 
the grout is surrounded by a thick ring of secondary phase. 
EDS of the ring around the small aggregate grain (Figure 
78b) suggests the presence of Si, Ca, 0, K, and Cl. EDS of 
the small grain center (not shown) suggests that it is quartz 
or another phase of SiO, composition. The ring is 
illustrated at higher magnification in Figure 78~. EDS of 
one of the two faint rings within the large aggregate grain 
(Figure 78d) suggests the presence of Si, Ca, 0, K, and Cl. 
EDS of several grains elsewhere on the sample with thick 
reaction rims suggests that it is quartz or another phase of 
SiO, composition. Several calcite grains were observed 
with no reaction rims. EDS analyses for these results are 
not shown. 

Other examples of Ca-Si crystallite grain boundary phases 
are shown in Figure 79c and Figure 80. Figure 79c 
illustrates platy crystals with serrated edges. EDS (Figure 
79d) suggests the presence of Ca, Si, 0, and K EDS of the 
aggregate grain center (not shown) indicates a calcite 
composition. Figure 80a shows another platy phase with 
serrated edges. Outboard of that (with respect to the grain) 
is a mat of lang, thin, straight crystals. EDS of the platy 
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crystals (Figure Sob) suggests the presence of Si, Ca, 0, K, 
and Cl, and substantially different Ca:Si ratio from that of 
the other platy phase. 

Other alteration products on sample INV-36 include two 
phases that occur on aggregate. Figure 79a is an SEM 
photomicrograph of tiny crystal clusters with radiating 
spines. EDS (Figure 79b) suggests the presence of Si, Ca, 
and 0. Figure 8 la shows a mat of thin, curly, fibrous 
crystals that coat the interior of the aggregate grain. EDS 
of the mat of crystals (Figure 8 1 b) suggests the presence of 
Si, K, Ca, Cl, and 0. We were unable to determine how 
thick the mat is or what the underlying grain is. Several of 
these thick mats occur on grain centers throughout the 
sample. 

Shotcrete. Vapor treatment. Sample SH-13 (PV-7- 13) is 
nearly coated with surface alteration composed of up to 
eight types of Ca-Si crystallites. Several morphologies of 
crystals are visible on the surface of the sample at relatively 
low magnification (Figure 82a), including ribbon-shaped, 
tabular, needle-shaped, and fibrous. A ribbon-shaped 
phase (Figure 82b) occurs on grout or very fine aggregate. 
EDS of the ribbon-shaped phase (Figure 82~) suggests the 
presence of Si, Ca, 0, Cl, and Al. Tabular crystals with 
serrated tips (Figure 83a) appear as part of a larger cluster, 
not part of a distinctive ring around a grain. EDS 
(Figure 83b) suggests the presence of Si, Ca, Al, Cl, K, and 
0, with a different Ca:Si ratio than that in the ribbon- 
shaped phase. Also within that same cluster is a mat of 
thin, straight, long crystals (Figure 83~). EDS of that phase 
(Figure 83d) suggests the presence of Si, Ca , K, Cl, and 0. 

Figures 84a and 85a illustrate phases that occur on the 
interior of aggregate grains. Figure 84a is an SEM 
photomicrograph of a fibrous mass of crystals that cover 
the interior of an aggregate grain. EDS (Figure 84b) 
suggests the presence of Si, Al, Ca, 0, K, and Cl. Jagged, 
tabular crystals (Figure 8.5a) occur on the surface of an 
aggregate grain. EDS of the tabular phase (Figure 85b) 
suggests the presence of Si, Ca, K, Cl, and 0. EDS of the 
aggregate grain (not shown) indicates a quartz 
composition. 

Needle-shaped crystals (Figure 84c) form a thick ring around 
an aggregate grain. This. phase also forms mounds, with no 
aggregate grain visible (the grain could be small and obscured 
by the thick ring). EDS of the needle-shaped crystals (Figure 
84d) suggests the presence of Si, Ca, 0, Cl, and K Figure 85~ 
is an SEM photomicrograph of tiny rhombs on the surface of 
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an aggregate grain rimmed by a thick, needle-shaped phase. 
EDS of the needle shaped phase (Figure 85d) suggests the 
presence of Ca, Si, and 0. It is possible that the rhombs are 
calcite on a quartz (or other SiO, phase) aggregate grain, and 
that the thick phase on the rim absorbs the C and 0 x-rays. 
Figure 86a is an SEM photomicrograph of a rosette cluster of 
platy crystals. EDS (Figure 86b) suggests the presence of Si, 
Ca, 0, and K. We were unable to determine if this phase 
occurs on grout or aggregate. Approximately six of these 
clusters are scattered locally, in contact with the thick rims of 
needle-shaped crystals. 

3.3.4 Untreated Samples 

SEM analysis of untreated FibercreteTM, sample SH-8, is 
documented in Meike et al. (1997), Figures 64 through 68. 
SEM analysis of untreated invert, INV-20, is also 
documented in Meike et al. (1997), Figures 69 through 73. 

3.4 GLANCING-ANGLE X-RAY 
DIFFRACTION 

Glancing-angle x-ray diffraction (XRD) emphasizes the 
surface mineralogy, but does not distinguish between 
primary and secondary phases. Thin-section, SEM, and 
untreated sample data clarify the distinction between 
aggregate and secondary phases. 

The results of glancing-angle XRD analysis are 
summarized in Table 8 (pages 18-2 1). In this table, 
aggregate is not distinguished from secondary phases. 
However, phases found in the aggregate are located at the 
top of the table, and possible secondary phases are found 
toward the middle of the table (including Ca-Si-hydrate 
phases). Phases associated with evaporated water droplets 
are found on the bottom of the table. Comparison of these 
data with thin-section results and the spectra from 
untreated samples allows us to distinguish between 
aggregate and secondary phases. Evidence of increasing 
intensity of a phase with treatment time and correlation 
with SEM photographs also support our interpretations. 
Calcite and quartz are present as aggregate in most of the 
samples. Dolomite occurs in the invert samples. Taramite 
is also associated with the aggregate. 

. . . . s. ,.. ,. . . . . . . .., . . . . ,. 



PART II: SECOND AND THIRD BATCH OF SAMPLES 

3.4.1 Treated Samples, IM NaCl Solution 

Glancing-angle spectra of Batch 1 samples are documented 
in Meike et al. (1997). Salient features of these samples 
seem to be the occurrence of scawtite and killalite in the 
invert aqueous treatment and the shotcrete vapor 
treatment. Scawtite and killalite are Ca-Si-carbonate 
phases. Tobermorite may be present in the NaCl vapor 
treatment of both shotcrete and invert. 

3.4.2 Treated Samples, IM NaHCO, 
Solution 

Glancing-angle spectra of Batch 1 samples are documented 
in Meike et al. (1997). Analcime occurs as a secondary 
phase in the aqueous NaHCO, treatment of the invert. 

3.4.3 Treated Samples, D ty 

Glancing-angle spectra of Batch 1 samples are documented 
in Meike et al. (1997). Very little can be distinguished 
using glancing-angle XRD techniques on this sample. 
Given the paucity of secondary phases observed using 
SEM, this is no surprise. There is some suggestion of the 
occurrence of tobermorite in the shotcrete, dry treatment 
sample. 

3.4.4 Untreated Samples 

Glancing-angle XRD analysis of untreated samples is 
documented in Meike et al. (1997). 

3.5 POWDER X-RAY DIFFRACTION 

Powder x-ray diffraction analysis of untreated samples is 
documented in Meike et al. (1997). 
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3.6 MECHANICAL TESTS 

Mechanical tests have been conducted in compression, 
and the results are shown in Table 9. When mechanically 
testing heterogeneous samples, it is common practice to 
choose a sample size large enough that the scale renders 
the sample essentially homogeneous. However, because 
the treatment may not have permeated a larger sample, 
our sample size was necessarily small to allow the desired 
chemical effects to permeate the sample in the allotted 
period of time. As a result of this choice of smaller 
sample size, the samples cannot be viewed as essentially 
homogeneous for the purpose of this experiment. The 
data, especially for the most heterogeneous invert 
samples, are expected to exhibit a fair amount of scatter. 
Given the apparent increases in strength suggested by 
these data, experiments on ASTM standard samples 
would be recommended, if time permits (at least two to 
three years could be required to achieve the equivalent 
fully permeated chemical effects in an ASTM standard 
size sample). 

Table 9. Mechanical tests comparing 
Batch 1 and Batch 2. Failure load 
is in pounds of force. 

Failure load 

Treatment Batch 1 Batch 2 

Untreated Invert 234 

Shotcrete 80 

W  INV, vapor 90 

INV, vapor 65 

SH, vapor 75 

NaHC03 INV, aqueous 87 

INV, vapor 174 

SH, vapor 258 

NaCl INV, aqueous 137 

INV, vapor 122 

SH, vapor 78 

258 

248 

137 

390 

709 

446 

264 

145 

a 

a Broken during handling. 
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HYDROTHERIM ALTERAII~N ok C t3imlmous MAfERlALs 

Table 8. Summary of phases identified by glancing-angle XRD. 

invert 

Minehiiiite . . . . . . . . . . . . 

Nekoite . . . . . . . . . . . . 

Okenite . . . . . . . . . . . . 

- indicates an untreated sample. Untreated samples analyzed by the powder method. Ail other samples analyzed by the glancing angle 

l indicates that the phase is not detected in the sample, according to the glancing-angle technique. 

method 
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Table 8. Summary of phases (continued). 

Shotcrete 

Blank spaces indicate work in progress, Le., that the phase has not been reviewed. 

x = definite; s = strong possibility; p = possibly. 

Aqueous Chemistry 
The chemistry of the aqueous solution is 
expected to evolve during the course of the 
experiments. The chemistry of aqueous 
solutions collected at the end of each 
experiment was analyzed with inductively 
coupled plasma mass spectrometry (ICP-MS) 
and ion chromatography (IC). Because ICP- 
MS measures the total elemental 
concentration, the data in Figures 2-5 are 
given as uncharged species (e.g., Ca, Na) . The 
data from IC is species specific (e.g., F-, 
PO,*-, S04*-) and listed as such. These data 
are plotted as representative of the chemical 
evolution of each experiment in Figures 2-5. 
We note that the pH of the NaHCO, solution 
increased with time, and stabilized at 9.5 after 
six weeks. The Na concentration of the 
original solution is great enough to have 
obscured any small changes in this element 
due to reaction with the sample. Ca, Si and 
SO,*- concentrations are seen to increase and 
then reach steady state , and thus may have 
reached saturation with respect to certain 
minerals early in the experiment. The 
concentrations of NO,- and PO,*- appear to 
increase but remain at relatively low values. 

The pH of the NaCl solution increased with 
time, approaching 11.5 within four months. 
Both Na and Cl- concentrations in the original 
solution are great enough to have obscured any 
small changes in these elements due to reaction 
with the sample. Similarly to the NaHCO, 
solution, Ca and SO6 concentrations increase 
and then reach steady state , and thus may have 
reached saturation with respect to some 
minerals. In contrast, the Si concentration of the 
NaCl solution remains low and even decreases. 
The l?, NO,- and PO,*- concentrations appear 
to continue to increase. This could reflect the 
difference in pH of the two solutions, or the 
predominant negative species in each case (Cl- 
vs. HCO,-) and will be verified with chemical 
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HYDROTHERMAL ALTERATION OF &iF.MmO us MAlEl&4& 

Table 8. Summary of phases identified by glancing-angle XRD (continued). 

Invert 

Wollastonite 

Xonotlite 

Gismondine 

Foshagite 

Pectolite 

Plombierite 

Riversideite 

Na-Al-9 hydrate 

Henritermierite 

. . . . . . . . . . . . 

. . . . . . . . . . . . 

P l 
. . P 

. . . . l . x l S . . . . 

. P . 

. P P 

P 

Halite 

Arcanite 

Langbeinite P 

X X X . X P l 
. 

P . . 

. . P . . 

-indicates 

l indicates 

an untreated sample. Untreated samples analyzed by the powder method. All other samples 

that the phase is not detected in the sample, according to the glancing-angle technique. 

analyzed by the glancing angle method. 
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PART II: SECOND AND THIRD BATCH OF SAWLES 

Table 8. Summary of phases (continued). 

Shotcrete I 

Treatment - NaCl 

vapor 

NaHCO, 

vapor 

Batch I I I I I I I I I I 
Sample No. 11 1 9 6 5 13 4 2 10 3 

Rustumite 

Suolunite 

Wairakite 

Wollastonite 

Xonotlite 

...... 

...... 

...... 

...... 

...... 

Gismondine P l 
. . 

Foshagite P 

Pectolite . . . . . . 

Plombierite P l l 

Riversideite . . . 

Lanqbeinite 

Blank spaces indicate work in progress, i.e., that the phase has not been reviewed. 

x = definite; s = strong possibility; p = possibly. 

simulation exercises. Aqueous chemistry was not 
relevant to the “dry” samples from Batch 1 or 
Batch 2. However, distilled water added for the 
last two weeks of Batch 3 evolved to a pH of 
11.84. 

The concentration of Mg in all solutions 
measured remains low. Data fi-om the SUPCRT 
database for EQ3/6 geochemical code (see, e.g., 
Wolery, 1992a, b; Wolery and Daveler, 1992) 
indicate that at the vapor pressure of Hz0 at 
200°C the solubility product (log K) of dolomite 
is -2.7744 and of calcite is -0.5838. These values 
indicate that at the standard conditions measured, 
although both minerals have a low solubility, 
calcite is more soluble than dolomite.‘The low 
concentrations of Mg probably reflect a lower 
solubility of dolomite aggregate with respect to 
calcite. Factors such as ionic strength, the partial 
pressure of CO, (PCO,), and pH play a role in 
the evolution of the solution chemistries and thus 
lend complexity to the interpretation of these 
experiments. These factors will be pursued 
through chemical simulations. 

Thin Section Analysis 
Birefringent rims occur on both untreated and 
treated samples, and on invert and shotcrete 
samples. Therefore, it cannot be assumed that 
any of the treatments or concrete types caused 
the rims to form. Similarly, clouded brown grout 
is observed on both treated and untreated 
shotcrete and invert samples. Buff-colored grout 
is unique to the NaHCO, treatment. This grout 
occurs in all three sample batches, although less 
is observed in the Batch 3 aqueous sample. 
Sample INV-23b (Batch 2, NaHCO, vapor) 
showed blotchy grout in SEM images magnified 
1000 times. The two types of grout that 
comprise the blot&mess are an ordinary looking 
grout, and one coated with calcite rhombs. It is 
conceivable that the blotchiness observed in this 
Batch 2 sample may have some relation to the 
analogous Batch 1 sample that had blotchy grout 
when observed in thin section. We interpreted 
the ordinary looking grout to be analogous to the 
brown, cloudy patches, and the calcite coated 
areas to be analogous to the birefringent patches. 
Although calcite is a highly birefringent mineral, 
that biretiingence is not observed unless the 
mineral is suitably thick, that is, unless the 
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. . . . ._. . . ,. . ,_ ..,. . . . C’.. . I . . . . 91 . . 



mineralization penetrates deeper than the surface. The 
analogous Batch 1 sample showed rhombs of calcite 
composition on the surface, although not as well developed or 
euhedral as those observed in the Batch 2 sample (Batch 1 
report, Figure 3 8a). Aggregate mineralogy varies between 
invert and shotcrete samples, but is less variable within each 
sample type. Invert aggregate consists of 80-100% carbonate, 
5-20% silicate minerals (quartz, quartz-bearing lithic 
fragments, and chert), and 1% or less of hematite and other 
opaque phases. Shotcrete aggregate mineralogy consists of 
80-90% silicate minerals (SiO, phases and feldspar), 5-l 5% 
carbonate, 3-18% lithic fragments and biotite, and l-10% 
accessory phases. 

SEM 
Evaporited deposits can be easily distinguished from 
experimental secondary mineralization. In addition, the vapor 
and aqueous treatments are distinct. The most striking 
difference between the vapor-treated and aqueous-treated 
samples is in the diversity of secondary phases in the vapor- 
treated samples. Clearly, the localized nature of vapor-phase 
reactions is responsible for the large number of phases in the 
vapor-treated samples. The formation of secondary 
precipitates in the aqueous samples is controlled by the 
chemistry of the solution, as can be seen in the predominance 
of analcime in the aqueous NaHCO, treated samples. 

It is clear from thin-section and SEM evidence that secondary 
calcite is precipitated in many of these samples. Determining 
the relative amount of secondary calcite formation is not 
straightforward due to the presence of carbonates in the 
original sample and will require further work We know that 
some of the crystalline Ca-Si-hydrate phases are unstable in 
the presence of CO, or HCO,-, and calcite or Ca-Si- 
carbonate hydrates form at their expense. Thus, both the 
NaHCO, treatment and the presence of carbonate minerals 
in the original aggregate affected the character of the 
secondary mineralization. 

Secondary analcime and calcite are observed in the 
NaHC03 aqueous treated samples. Secondary calcite, a 
Ca-Si phase, and a SiO, phase are observed in NaHC03 
vapor treated samples. The secondary mineralization in 
NaCl aqueous treated samples includes at least two Ca-Si 
phases and at least two carbonate phases. Vapor treated 
samples contain at least four Ca-Si secondary phase 
morphologies and one carbonate phase. Dry samples show 
at least three morphologies of localized Ca-Si-hydrate rings 
around aggregate grains and a secondary carbonate phase. 

Given the apparent contribution of dissolved carbonates 
from the aggregate to secondary mineralization, and the 
presence of dolomite as a major component of the 
concrete (invert) aggregate, one might expect to observe 
Mg in the secondary phases. However, Mg is notably 
absent from the secondary phases observed in these 
studies. The concentration of Mg increases quite slowly in 
solution over time, which suggests that the aqueous 
solution did not reach saturation with respect to Mg- 
bearing phases during the experiment. Combined with the 
preceding discussion, this result suggests that if carbonate 
from the aggregate contributed to the formation of 
secondary calcite during the experiment, it was primarily 
due to the dissolution of the calcite aggregate. Similarly, 
we expect the rise and apparent plateau in the 
concentration of SO,Z- to be accompanied by the 
precipitation of sulfate mineral phases. However, sulfate 
phases were not observed. We expect to learn more about 
this in fnture experiments and through modeling. 

Glancing Angle X-Ray D@action. 
Analcime and possibly lcillalaite and halite occur as 
secondary phases in the aqueous NaHCO, treated 
samples. Scawtite and aragonite are possible secondary 
phases on the vapor treated samples. Secondary phases 
possibly occurring in the NaCl aqueous treated samples 
include scawtite, halite, and killalaite. Secondary phases 
possibly occurring in the vapor treated samples include 
scawtite, tilleyite, tobermorite, killalaite, hillebrandite, 
gismondine, pectolite, plombierite, riversideite, and halite. 
Few secondary phases can be distinguished on dry treated 
samples. Tobermorite, ferdisilicate, and halite may occur. 

Mechanical Test 
Mechanical test results exhibit variability, and interpretation is 
deferred until the magnitude of the error has been firmly 
established. Our future direction will be to document the 
third batch and establish possible trends. If, for the moment, 
we discount the heterogeneity of samples (i.e., the 
experimental error that is yet to be established), Table 9 
suggests that the force required to cause a brittle fracture in 
the samples may be increasing, especially in those samples 
subjected to NaHCO, treatment. This is at least consistent 
with industry practice, in which precast concrete is 
carbonated for increased strength (Rubin et al, 1997). It is 
important to note that all treatments may involve more than 
atmospheric CO, because of the presence of large amounts of 
limestone in the aggregate. In addition, these experiments 
were conducted at a pressure above atmospheric. 
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The results of analyses of the second and third batches of 
hydrothermally treated samples demonstrate that the 
trends in alteration are continuing. In as little as a month’s 
time at 200X, alteration occurs, and in some cases the 
alteration is extensive. By four months, thin-section 
analysis shows that secondary mineralization on some of 
the treatments is pervasive. These preliminary 
observations seem to show: 

* Evidence for further investigation into an apparent 
increase in mechanical strength with treatment time. 

l Possible correlation between the apparent increased 
strength and secondary calcite formation. 

l Formation of secondary carbonates, calcium silicates 
and calcium silicate carbonates. 

l The precipitation of some of the secondary phases that 
are formed cannot presently be modeled because data 
does not presently exist in the database. 

l Evaporated salt deposits from droplets of experimental 
fluid were observed and retained in order to preserve 
delicate underlying secondary mineral structures. 

Although the data in this report will require further 
interpretation, we feel that it would be better to defer detailed 
interpretation until after the results of longer-duration 
treatments have been analyzed and the trends are verified. 
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Figure 1. Cross-sectional diagram of pressure vessel assembly illustrates sample placement. 
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Figure 2. Chemistry of selected chemical species for the hydrothermal reaction concrete with NaHCO, solution. Data 
from the various batches are plotted with the analysis of the original solution to rep-t an evolutionary sequence. 
Open symbols indicate maximum possible concentrations of species that were not detected (i.e., detection limits). 
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Figure 3. Maximum concentrations of undetected species (i.e., detection limits). All spekies that were anal@ in the 
NaHCO, solution anz included in either Figum 2 or Figure 3. (Note the magnikation of scale in Figun? 3.) 
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Figure 4. Chemistry of selected chemical species for the hydrothermal reaction concrete with NaCl solution. Data 
from the various batches a~ plotted with the analysis of the original solution to represent an evolutionary sequence. 
Open symbols indicate maximum possible concentrations of species that were not detected (i.e., detection limits). 
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Figure 6. Photograph of sample INV-37. Dimensions are approximately 14 by 25 mm, and 2 mm thick. The surface 
of the sample appears to be relatively unreacted. 

Figure 7. Photograph of sample SH-9. Dimensions are approximately 14 by 25 mm, and 2 mm thick. The sample 
appears to be relatively unreacted. A thin, white crust is visible around the central hole. 
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(a) 

Figure 8. Photographs of sample INV-30. (a) Whole specimen. (b) A typical view of the sample, with white rims 
on small aggregate grains, but not on large grains (in this photo the large grains are gray). (c) A higher- 
magnification view of a white rim around a small aggregate grain. The grout is white. 
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(d) 

Figure 9. Photograph of sample INV-31. (a) The sample appears to have very few white rims around grains. 
(b) ‘lj+al view of the sample showing some aggregate with thin, white rims, and some without. (c) Tmy crystals 
on the dark gray aggregate grain in the center of (b). The white specs on the gray aggregate in (b) appear as white 
blotches in this photo. The tiny crystals were not observed on grout, but were seen on other aggregate. (d) Typical 
white rims around small aggregate grains. 
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(a) 

(d) 

Figure 10. Photographs of sample SH-6. (a) White rims occur on many aggregate grains. (b) A white phase near 
the central hole. (c) A high-magnification view of a black/red colored phase on the surface of a stainless steel 
fiber. (d) Wo stainless steel fibers. Note the black/red phase visible on both fibers. 
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Figure 10 (continued). Photographs of sample SH-6. (e) A third stainless steel fiber also occurs with the black/red 
phase on its surface. (f) -ical view of the sample surface, showing abundant white rims around many grains. 
Note the two brown biotite grains. (g) A higher-magnification photo of the white rims around both large and Gmall 
aggregate. 
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Figure 11. Photographs of sample INV-23a, side 1. (a) Both sides of this sample were photographed because they 
were so different. Side 1 is nearly covered with a white crust, which we attribute to evaporated droplets of the 
solution. This crust, upon further inspection with SEM, appears to have preserved some of the more delicate 
secondary reaction phases. (b) At least two patterns emerge on the white crust, over a large, gray aggregate grain. 
One resembles a radiating web, and the other, mud cracks. (c) A lower-magnification view of the white crust in 
the same area of the sample. 
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(d) 

Figure 12. Photographs of sample INV-23a, side 2. (a) In contrast to side 1, side 2 only shows crust around the 
central hole. (b) .A brown crystal on an aggregate grain. (c) A second brown crystal on aggregate. (d) Lower- 
magnification photo of the brown crystals, one at each end of the photo. 
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(e) 

Figure 12 (continued). Photographs of sample INW23a, side 2. (e) A white, fan-shaped phase occurs around the 
central hole on both aggregate and grout. (f) A white, granular phase occurs near the edge of the sample on both 
aggregate and grout. (g) Typical view of the sugary texture of the grout in this sample. 
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(a) 

(d) 

Figure 13. Photographs of sample INV-23b. (a) At this magnification, the sample does not appear to have white 
rims or other white crystzils on it. (b) A pit in grout. Note the white granular phase at the bottom of the pit. 
(c) Representative photo showing reddish colored grout and lack of white rims. (d) At higher magnification, faint, 
flat white rims come into view. 
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(d) 

Figure 14. Photographs of sample SH-10. (a) Sample appears relatively unreacted. (b) Probably a stainless steel 
fiber. (c) A higher-magnification view of a black colored phase on the edge of the fiber. (d) A higher-magnification 
view of a white stripe and orange stain at the edge of the fiber. 
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(e) 

Figure 14 (continued). Photographs of sample SH-10. (e) Two white crystals attached to the central hole. (f) An 
aggregate grain with a yellow colored phase or stain within it. (g) Lotier-magnification view of the grain with the 
yellow patch. (h) Representative photo showing the abundance of pits in this sample. 

.  .  i &. ,  :  .  .  * .  . ,  . ,  , ,  _ . ,  : ,  _ .  .  .  .  .  .  .  i , .  , .  



(a) 

(d) 

Figure 15. Photograph of sample INV-28, side 1. (a) Both sides of this sample were photographed because they 
were so different. Side 1 has no white crust. (b) Euhedral crystals coating aggregate. (c) Euhedral crystals on 
grout. (d) ‘TLpical texture with no white rims present. 
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(a) 

Figure 16. Photograph of sample INV-28, side 2. (a) Side 2 is nearly covered with a white crust. (b) White crust 
partially coating aggregate and grout. Euhedral crystals also occur on this side of the sample, however they are 
not as abundant. 
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(a) 

Figure 17. Photographs of sample INV-29. (a) Whole specimen. (b) Typical view of the sample with very few, if 
any, white rims on grains. The light gray grain may have a white rim, but not of the thickness and development of 
rims seen in other samples. 
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(a) 

Figure 18. Photograph of sample SH3. (a) Whole specimen. (b) T-my crystals on aggregate are widespread on the 
sample, and occur sparsely on grout also. Note the orange hue of the grout (out of focus). 
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(a) 

(4 

Figure 22. Photographs of sample INV-32. (a) Sample appears to be relatively m-treaded. (b) A white, radiating 
crystal cluster on an aggregate grain. Four crystal clusters occur on the sample, all on aggregate. The photo also 
illustrates the typical texhw of the grains and grout in this sample. (c) Tiy cubic crystals on the surface of a 
reddish aggregate grain. The focus is above the aggregate grain, on the tiny crystals. (d) Tiiy cubic crystals on the 
surface of a gray aggregate grain. The focus is above the aggregate grain, on the tiny crystals. . . . . . . . . . . . . . . . _. . . . . .., ., .“” ., . . . . . . .,. ,. ., . : . . . . . . ., ..,, . . . ..@ . . . . . 



(e) 

Figure 22 (continued). Photograph of sample INV-32. (e) Tmy cubic crystals on grout. The crystals are more 
difficult to see on grout, possibly due to the light color. 
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(a) 

Figure 23. Photographs of sample INV-33. (a) White rims occur around some aggregate grains. A white crust 
sparsely coats some of the sample. (b) A raised white rim within an aggregate grain. Only one raised rim occ~s 
on each side of the sample. (c) tie morphologies of the white crust that sparsely coat the sample. The examples 
in the photo are shown on aggregate. (d) A patch of noncoated area containing a small grain with a white rim. 
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(a) 

Figure 24. Photographs of sample SH-4. (a) The sample contains numerous grains with white rims. Note the crack 
in the corner of the sample. (b) A grain with a rusty appearance occurs in the crack near the corner of the sample. 
(c) Higher-magnification view of the white rims around many of the grains in the sample. 
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Figure 19. Photographs of sample INV-21. (a) Two clusters of white radiating crystals are visible near the edge of 
@e sample. (b) The white radiating crystal clusters occur on the brownish aggregate grain. (c) Two pits in grout, 
filled with an out-of-focus, white substance. On focusing, the white substance has a sugary texture. There were 
several such pits on this sample. The small aggregate grains in this photo do not appear to have reaction rims. 
(d) Another white radiatiqg crystal cluster on an aggregate grain. 
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(e) 

Figure 19 (continued). Photograph of sample INV-21. (e) Tmy crystal cluster on aggregate. There were 
approximately five of these on the sample, all occurring on aggregate. 
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Figure 20. Photographs of sample INV-36. (a) White rims occur around the smaller aggregate grains and within 
the large grains. A large pit is visible. (b) A white fibrous mat of crystals attached to an aggregate grain on the 
edge of the sample. (c) White rims around smaller aggregate grains, and within a large aggregate grain. (d) A 
closer look at a white rim within an aggregate grain. 
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(h) 

Figure 20 (continued). Photographs of sample INV-36. (e) Aggregate grains with no white rims. Two white rims also 
appear to be in grout. Note the fine, white spindles on the inside of one of the white rims. (f) A fibrous mat of 
crystals near the central hole in the sample. The crystals radiate into the hole, but a~ out of focus in this photo. (g) A 
lower-magnification view of the ma in the previous photo. Q Pit in grout. The bottom of the pit is out of focus. 
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(a) 

Figure 21. Photographs of sample SH-13. (a) Eighty to ninety percent of all the grains have visible white rims. 
(b) Representative view of sample. The grout generally sparkles in this sample. (c) Tiny white crystals radiate 
from the edge of the sample. (d) Need&shaped crystals radiating from a mound of other crystals. The brown 
mineral is probably biotite and does not have a white rim. 
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Figure 21 (continued). Photographs of sample SH-13 (e) Another biotite grain with no white rim, and several 
white crystal mounds in view. (f) A white rim with inward radiating spines. (g) Another typical view of the 
sample, illustrating the abundance of white rims. 
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PARTII: SLC~NDANDTHRDBATCHC+SAMPLES 

(a) 

0.000 KeV 10.000 Ke\ 
Live time = 60 seconds Vertical full scale is 200( 

Figure 25. NV-37 (W-13-37). (a) SEM photomicrograph of an aggregate grain, showing reaction phases around 
the rim. Reaction phases illustrated at higher magnification in Figures 26(a), 27(a), and 28(a). (b) EDS suggests 
that the grain is carbonate. 
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(a) 

Figure 26. NV-37 (PV-13-37). (a) SEM photomicrograph of a needle-shaped reaction phase on left side of grain 
shown in Figure 25(a). This phase also occurs elsewhere on the grain rim. (b) EDS indicates that this phase 
contains Ca, Si, and 0 in abundance, and minor amounts of Al, C, and K. 
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(a) 
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Figure 27. INV-37 (PV-13-37). (a) SEM photomicrograph of tabular crystals that occur on the upper-left side of the 
grain shown in Figure 25(a). (b) EDS indicates that the tabular crystals contain Ca, Si, and 0 in abundance, and 
m inor amounts of Al, C, and K. (c) EDS from  a smooth area in the grout just to the left of the crystals, indicates the 
presence of Ca, with lesser amounts of Si, 0, Al, and K. 
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Figure 28. WV-37 (W-13-37). (a) SEM photomicrograph of a thin stringy reaction phase that occurs on the surface 
of the grain, inboard of the needle-shaped and tabular crystals shown in Figures 26(a) and 27(a). (b) EDS, 
although not directly quantitative, indicates nearly equal amounts of Si and Ca, with m inor amounts of 0, K, C, 
and Al. 
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Figure 29. NV-37 (W-13-37). (a) SEM photomicrograph of granular crystals outside of the grain, in the grout, to 
the left of the phase in Figure 27(a). (b) EDS indicates the presence of Ca with minor amounts of Si and 0. 
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Figure 30. NV-38 (W-13-38). (a) SEM photomicrograph of an aggregate grain and reaction phases. (b) EDS of the 
aggregate grain indicates that it is quartz or another SiO, phase. (c) EDS of the grout suggests the presence of Ca, 
Si, 0, and K. 
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Figure 31. NV-38 (W-13-38). (a) SEM photomicrograph of the grain-grout interface shown in Figure 30, at higher 
magnification. Two reaction phases are evident, a fine fibrous phase, and a tabular phase. (b) EDS of the fine 
fibrous phase indicates the presence of Ca, Si, 0, Al, and K. (c) EDS of the tabular phase suggests the presence of 
Ca, Si, 0, Al, and K. The Ca:Si:O ratios are slightly different between the two phases. 
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Figure 32. INV-38 (W-13-38). (a) SEM photomicrograph of the interface between an aggregate grain and grout. 
At least two reaction phases are discernible, a flat tabular phase and a needle-shaped phase. (b) EDS of the 
aggregate grain indicates that it is quartz or another SiO, phase. (c) EDS of the grout indicates the presence of 
Ca, 0, and Si with m inor amounts of Al and K. (d) EDS of the tabular phase indicates the presence of Ca, Si, and 
0 with m inor amounts of Al and K. (e) EDS of the needle-shaped phase indicates the presence of Si, Ca, and 0, 
with m inor amounts of Al and K. This spectrum shows more Si than Ca, unlike the spectrum of the tabular 
crystals. (f) EDS of another needle-shaped phase indicates the presence of Si, Ca, and 0 with m inor amounts of 

_... . . Al. and K. This spectrum is quite similar to the other needle-like phase. . . . . _.._ I ., . ^.. : . . . . , . . . .I .., .,. . . __. ,.. . . -.. . . 
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Figure 33. NV-38 (W-13-38). (a) SEM photomicrograph of an aggregate grain with a halo of tabular crystals and 
fine crystals. (b) EDS of the center of the grain indicates the presence of Ca, Si, and 0 with minor amounts of Al. 
(c) EDS of the grout outboard of the tabular crystals and the aggregate grain indicates the presence of Ca, Si, and 
0 with minor amounts of Al [fairly similar to (b)]. (d) EDS of a grain near the fine crystals indicates the presence 
of Si, 0, and Ca with minor amounts of Al. (e) EDS of another grain near the fine crystals indicates the presence of 
Ca, Si, and 0 with minor amounts of Al. 
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Figure 34. INV-38 (W-13-38). (a) SEM photomicrograph of the interface between tabular and fibrous 
crystals. Note the similarity of this photo to Figure 31(a). (b) EDS of the tabular crystals suggests Ca, 0, and 
Si with minor amounts of Al and K. (c) EDS of the fibrous crystals suggests Ca, Si, and 0 with minor 
amounts of Al and K. (d) EDS of one side of the fibrous crystals indicates the presence of Ca, Si, and 0 with 
minor amounts of K and Al. 
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F igure 34  (continued). NV-38 (N-13-38). (e) EDS of the other side of the fibrous crystals indicates a  carbonate 
composit ion with Ca, 0, and C with possible m inor amounts of Si and Al. (f) EDS of one side of the tabular 
crystals indicates the presence of Ca, 0, and Si with m inor amounts of Al, Mg, and possible S. (g) EDS of the other 
side of the tabular crystals indicates the presence of Ca, 0, and C (probably carbonate), with possible m inor 
amounts of Al and Si. 
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Figure 35. SH-9 (W-13-9). (a) SEM photomicrograph of a stainless steel fiber. Closer examination reveals no 
alteration phases. (b) EDS of the fiber suggests a composition of predominantly Fe, which is typical for stainless 
steel. 
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Figure 36. SH-9 (W-13-9). (a) SEM photomicrograph of crystals in and around the drilled-out hole in the center of 
the sample. (b) EDS indicates the presence of Ca, 0, Si, C, Al, K, and Fe. Dominant elements indicate that the 
phase is probably a carbonate. 
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Figure 37. SH-9 (W-13-9). (a) SEM photomicrograph of several aggregate grains. (b) EDS of largest grain indicates 
a plagioclase composition including Si, Al, 0, Ca, and Na. (c) SEM photomicrograph of the center of the 
plagioclase gram. No alteration or reaction phases are evident. (d) SEM photomicrograph of a crack along the 
edge of the plagioclase gram. Note the presence of one or two different tabular reaction phases. 
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(a) 

Figure 38. SH-9 (W-13-9). (a) SEM photomicrograph of an aggregate grain. Closer examination around the grain 
edge does not reveal reaction phases. (b) EDS of the grain indicates the presence of Si, Al, 0, and K with m inor 
amounts of Ca and Na, possibly a potassium feldspar grain. 
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Figure 39. SH-9 (W-13-9). (a) No photomicrograph observation of relationship between secondary mineralization 
and primary material. EDS of the interior of a grain surrounded by secondary minerals located adjacent to the 
central hole. The spectrum indicates the presence of Si, Al, 0, K with minor Ca. The gram is probably potassium 
feldspar. (b) ED!S of grout with no visible reactant phases located near the central hole. The spectrum shows the 
presence of Ca, Si, 0, Al, and K with minor amounts of S, Fe, C, and Mg. (c) EDS of a gram located between 
reaction phases shown in Figure 36(a) and the grout described in Figure (b). The spectrum indicates the presence 
of 0, Si, Al, Mg, Fe, and Ca. The gram is probably a pyroxene or amphibole. 
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Figure 40. SH-9 (PV-13-9). (a) SEM photomicrograph of a tiny platy phase (see center of photo). (b) EDS of the 
area indicates that the tabular phase has precipitated on a gram composed of SiO,, probably quartz. The quartz 
gram likely makes up the majority of the x-ray volume. (c) SEM photomicrograph of the platy phase at higher 
magnification. (d) EDS of the platy phase indicates the presence of Si, 0, and Al, with m inor amounts of Ca. The 
underlying quartz gram likely contributes most of the signal in this spectrum. 
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Figure 41. SH-9 (W-13-9). (a) SEM photomicrograph of a small aggregate grain. (b) EDS of grout located outside 
of the aggregate grain and reaction phases suggests the presence of Ca, Si, 0 and m inor amounts of Al, S, and K. 
(c) SEM photomicrograph of the interior of the small aggregate grain shown in Figure (a). (d) EDS indicates the 
presence of Si, with m inor amounts of Ca, 0, K, and Al. 
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Figure 42. SH-9 (W-13-9). (a) SEM photomicrograph of a tabular reaction phase found on the plagioclase gram 
boundary (same gram as Figure 37). (b) ED!S indicates the presence of Si, Ca, 0, Al, and K, with possible m inor 
amounts of Na and Fe. (c) SEM photomicrograph of a stringy reaction phase on the same plagioclase grain. 
(d) EDS of the stringy phase suggests the presence of Ca, and m inor amounts of Si, 0, Al, K, and Fe. 
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Figure 43. SH-9 (W-13-9). (a) SEM photomicrograph of a stringy reaction phase. The phase is similar to one seen 
on Batch 1 sample SH-1, areas 2 and 7 (Meike et al. 1997) and elsewhere in this sample. (b) Two EDS of the phase 
from two different areas depicted in the above photo. The spectra indicate the presence of Si, Ca, and 0, with 
varying amounts of Al and K. Because the phase is thin, a fair amount of the signal may be derived from the 
substrate. The difference in the spectra could illustrate the ability of the phase to precipitate on different 
substrates. 
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(a) 

Figure 44. SH-9 (W-13-9). (a) SEM photomicrograph of an aggregate grain (left side) with a white, stringy phase 
and band of black glassy material. (b) EDS of the aggregate grain indicates that it is quartz or another SiO, phase. 
(c) EDS of grout outboard of the quartz grain and reaction phases. The spectrum suggests Ca, Si, and 0, with 
m inor amounts of Al, S, and K. 
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Figure 45. SH-9 (W-13-9). (a) SEM photomicrograph of the white stringy reaction phase shown in Figure 44(a). 
(b)ED!S of the glassy phase indicates the presence of Si and 0, with m inor amounts of Ca, K, Al, and Na. (c) SEM 
photomicrograph of the stringy phase shown in Figures 44(a) and 45(a). Note that it appears in the black, glassy 
phase. (d) ED!S of the black, glassy phase. The spectrum suggests Si and Ca with m inor amounts of 0, K, and Na. 
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Figure 46. SH-9 (W-13-9). (a) SEM photomicrograph of a tabular phase on the small aggregate grain. (b) EDS of 
the tabular phase indicates the presence of Ca, Si, and 0 with minor amounts of K, Al, and S. (c) SEM 
photomicrograph of a spindle-like phase on the edge of the small aggregate grain shown in Figure 41(a). (d) EDS 
of the spindle-like phase suggests Si, Ca, and 0, with minor amounts of K and Al. 
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Figure 47. SH-9 (W-13-9). (a) SEM photomicrograph of a feathery, radiating reaction phase, with a less developed 
example in the upper left corner. (b) SH-9. SEM photomicrograph of the more developed feathery phase at higher 
magnification. The radiating feathers were transparent at higher magnification, and could be as thin as 6-10 atom 
layers. (c) EDS of the more developed phase. Spectrum measured from the center of the phase indicates the 
presence of Si, Ca, and 0 with m inor amounts of Al. (d) SH-9. SEM photornicrograph of the less developed 
example. 
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Figure 48. SH-9 (W-13-9). (a) SEM photomicrograph of the lower left area of the 
the similar texture as shown in Figure 49(b), with the addition of acicular crystals. 
indicates the presence of Si, 0, Al, and Ca with m inor amounts of K and Na. 
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Figure 49. SH-9 (W-13-9). (a) SEM photomicrograph of a pit in the grout. (b) SEM photomicrograph of the top 
end of the pit shown in Figure (a). (c) EDS indicates the presence of Si, Ca, Al, and 0 with minor amounts of Na 
and K. 
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Figure 50. SH-9 (W-13-9). (a) SEM photomicrograph of a thin veneer of a bladed phase. The crystals do not 
appear to be on a grain boundary, and were observed elsewhere on the sample. (b) EDS indicates the presence of 
Si, Ca, and 0, with minor amounts of Al and K. A significant portion of the spectrum may have been contributed 
by the underlying material, since the veneer of crystals is thin and sparse. 
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Figure 51. INV-23A, side 1 (PV-1%23a). (a) SEM photomicrograph of the various textures that occur as a white 
crust on the sample. (b) SEM photomicrograph of a phase that resembles fibrous clumps. (c) EDS of the fibrous 
phase suggests Si, Cl, Na, and 0. 
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Figure 52. INV-23A, side 1 (PV-18-23a). (a) SEM photomicrograph of a globule-shaped phase. (b) EDS of the 
globule-shaped phase suggests Si, 0, Na, Al, and Cl. 

_.. . . .:, -:i, *-.. . . . ..a . ,. I. . ., . . . . . ..*. . t . . .,._ . ,, 8.1 . 



(d) 

Na 

moo Kev 
&etime=12Owconds 

Si 

lO.ooo Ke\ 
Vertical full scale is 21CK 

Figure 52 (continued). INV-23A, side 1 (PV-18-23a). (a) SEM photomicrograph of a phase typical of the smoother 
areas of the white crust. (b) EDS of the smooth phase suggests Si, Cl, Na, and 0. 
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Figure 53. INV-23A, side 1 (PV-18-23a). (a) SEM photomicrograph of a rhombohedron poking through the white 
crust. (b) EDS of the rhombohedron suggests Ca, Si, 0, Cl, and Na. 
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Figure 54. INV-23A, side 1 (PV-18-23a). (a) SEM photomicrograph of a fine, acicular phase that occurs on the 
white crust. (b) SEM photomicrograph of another acicular phase that occurs on the white crust. (c) EDS of the 
second acicular phase suggests 0, Na, and Si. 
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Figure 55. INV-23A, side 1 (PV-18-23a). (a) SEM photomicrograph of a needle-shaped phase that has a square 
cross-sectional shape. (b) EDS of the needle-shaped phase where it occurs on an aggregate grain suggests 0, Na, 
and Si. (c) EDS of an area adjacent to the needle-shaped phase suggests 0, Na, and Si. 
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Figure 56. INV-23A, side 2 (PV-18-23a). (a) SEM photomicrograph of trapezohedral and rhombohedron phases, as 
well as a third smaller phase in the groundmass. (b) EDS of the trapezohedral crystals suggest Si, 0, Al, and Na. 
(c) EDS of the rhombohedral crystals suggest a calcite or calcium silicate carbonate composition. EDS of the tiny 
crystals in the groundmass (not shown) also suggests a calcite composition. 
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Figure 57. INV-23A, side 2 (IT-18-23a). (a) SEM photomicrograph of a fine, radiating crystalline phase. (b) EDS of 
the phase suggests 0, Na, and Cl. 
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Figure 58. INV-23A, side 2 (IT-18-23a). (a) SEM photomicrograph of a radiating phase. (b) SEM 
photomicrograph of a radiating phase at lower magnification indicates that it occurs in mats between the 
abundant trapezohedrons. (c) EDS of the radiating phase suggests 0 and Na. 
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Figure 59. INV-23A, side 2 (PV-18-23a). (a) SEM photomicrograph of a lath-shaped phase at low magnification. 
(b) SEM photomicrograph of the lath-shaped phase at higher magnification reveals a mound of spike-shaped 
crystals. (c) ED!!? of this phase suggests 0 and Na. 
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Figure 60. INV-23A, side 2 (IT-18-23a). (a) SEM photomicrograph of a 2-3 m m  plate on the sample that contains 
lath-shaped crystals and trapezohedrons. The plate sits higher than the surrounding surface. (b) EDS of a clear 
area of the plate suggests Si, 0, Na, and Cl. 
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Figure 60 (continued). INV-23A, side 2 (PV-18-23a). (c) SEM photomicrograph of trapezohedrons within a web of 
feathery crystals. (d) EDS of the feathery web crystals suggest 0, Na, and Cl. 
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Figure 61. INV-23b (IT-18-23b). (a) SEM photomicrograph of grout outboard of a carbonate aggregate grain. 
(b) EDS indicates the presence of Ca, Si, 0, and Al with m inor amounts of K, Mg, and C. 
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Figure 62. INV-23b (PV-18-23b). (a) SEM photomicrograph of grout showing white patches of crystals [identical to 
the crystals shown in Figure 64(b)], alternating with unreacted patches of grout substrate. This texture is common 
throughout the sample. (b) SEM photomicrograph of a patch of grout substrate at higher magnification, (c) EDS of 
the grout indicates a similar composition to the grout depicted in Figures 61(a) and (b), with Ca, Si, and 0 with 
minor amounts of Al, K, and C. 
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Figure 63. INV-23b (PV-l&23b). SEM photomicrograph of a strip of grout between two grains. The grout has low 
“topographic relief” compared to the grains. 
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F igure 64. INV-23b (PV-18-23b). (a) SEM photomicrograph of tiny euhedral  crystals on  grout. These crystals are 
identical to those seen in Batch 1  Sample SH-2 Area 5. (b) EIX spectra indicates the presence of Ca, 0, and C with 
possible m inor amount  of Si. The  tiny euhedral  crystals are likely to be  calcite. 
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Figure 65. INV-23b (PV-18-23b). (a) SEM photomicrograph of a pit in grout. (b) SEM photomicrograph of one of 
the crystal clusters in the pit. (c) ED!3 of this cluster indicates the presence of Ca, Si, 0, Al, C, and K. Because this 
phase is in a pit, all of the x-rays generated by the beam may not reach the detector (the pit walls may block some 
of the x-rays path to the detector). (d) SEM photomicrograph of another crystal cluster in the pit. (e) EDS of this 
cluster indicates the presence of Ca, Si, 0, Al, C, and K. It differs from the other crystal cluster primarily in the 
Si:O ratio. Because this phase is in a pit, all of the x-rays generated by the beam may not reach the detector (the pit 
walls may block some of the x-ray path to the detector). 
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Figure 66. SH-10 (PV-18-10). (a) 500x magnification of a steel fiber identified by light m icroscopy. (b) A more 
detailed view. SEM photomicrograph of the steel fiber surface covered with tiny platy crystals. The crystals are 
similar in morphology (not composition) to Batch 1 Sample SH-1 Area 4. (c) ED!3 indicates the presence of Fe, 0, 
and Si, with m inor amounts of K, C, and Al. The large Fe and some of the 0 peak is likely due to the underlying 
metal fiber, whereas the other peaks are probably derived from the platy phase. Ca is notably absent. 
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Figure 67. SH-10 (W-B-10). (a) SEM photomicrograph of a rosette cluster of crystals on the metal fiber shown in 
Figure 66(a). At least five of these were found on and around the fiber. (b) ED!3 indicates the presence of Fe, 0, 
and Si with m inor amounts of K, Al, and Ca. Fe and 0 m ight be contributed by the underlying fiber. (c) SEM 
photomicrograph of crystal clusters in the grout adjacent to the metal fiber. (d) EDS suggests a carbonate 
composition. 
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Figure 68. SH-10 (IT-18-10). (a) SEM photomicrograph elsewhere on the steel fiber shown in Figure 66(a), of one 
of the crystalline phases rimmin g the steel fiber. (b) EDS indicates the presence of Ca, 0, and C, probably 
carbonate. (c) SEM photomicrograph of another crystalline phase that rims the steel fiber. (d) EDS of this phase 
indicates the presence of Ca, 0, and C, with possible minor amounts of Si and Fe. The phase is likely to be a 
carbonate. The small Fe and Si peaks are probably derived from nearby phases. 
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Figure 69. SH-10 @ ‘V-18-10). (a) SEM photomicrograph of well-faceted tiny rhombs on grout. We found this phase 
to be widespread on the sample. (b) EDS suggests the presence of Ca, Si, 0, C, Al, and K. We attribute Si, Al, K, 
some Ca, and 0 to the grout [see Figures 39(b), 41(b), 44(c), and 49(c)] and the remaining Ca, C, and 0 to the 
rhombic phase, probably calcite. 
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Figure 70. SH-10 (PV-18-10). (a) SEM photomicrograph of a honeycomb-like mineral on an unknown substrate 
adjacent to the metal fiber. At higher magnification, this phase is similar to Batch 1 Sample SH-2 Area 1 (NaHC03 
vapor treatment). (b) EDS suggests 0, Na, Ca, K, Cl, Si, Al, and C. This composition is similar to Batch 1 Sample 
SH-2 Area 1 which contains Na, 0, C, S, Cl, Si, and Ca. 
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Figure 71. SH-10 @‘V-18-10). (a) SEM photomicrograph of a band of secondary mineral. (b) SEM photomicrograph 
of the same band, at higher magnification. (c) EDS indicates the presence of 0, Na, C, and Si, with possible Al. 
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Figure 72. SH-10 (W-18-10). (a) SEM photomicrograph of well-facetted, small crystals on grout. (b) SEM 
photomicrograph of same crystals at higher magnification. (c) EJX indicate that the crystals are quartz or another 
SiO, phase. 
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Figure 73. SH-10 @‘V-18-10). (a) SEM photomicrograph of crystals on grout. (b) SEM photomicrograph of the same 
crystals at a higher magnification. These crystals have a morphology similar to those in Figure 68(c). (c) EDS 
indicate the presence of Ca, Si, and 0 with minor amounts of Al, C, and K. The crystals in Figure 68(c) have a 
carbonate composition. 
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.Figure 74. SH-10 (W-18-10). (a) SEM photomicrograph of crystals on grout. (b) EDS indicates the presence of Ca, 
Si, 0, and Al, with minor amounts of C and K. Both this phase and the one depicted in Figure 73 are situated on 
grout. The variation in Ca:Si ratio, and AlSi ratio are probably due to differences in the size of the crystal with 
respect to the cross section of the total analyzed area. 
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Figure 75. NV-21 (W-7-21). (a) SEM photomicrograph of three crystalline phases: 1) a larger, faceted phase that 
appears on both grout and aggregate, 2) a smaller rhombohedral phase that occurs on the aggregate grain, and 
3) a platy phase that occurs on grout. The rhombohedral and platy phases are shown at higher magnification in 
Figure 76. The faceted phase appears to occur more densely on aggregate. (b) EDS of the larger, faceted phase 
suggests Ca, 0, and C; probably’calcite. 
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Figure 76. INV-21 (W-7-21). (a) SEM photomicrograph of the small, platy phase that occurs on grout. Note the 
serrated edges on the plates. This phase occurs in random orientations, and sometimes is clustered into rosettes. 
(b) EDS of the platy phase indicates the presence of Cl, Ca, Si, Na, and 0. (c) SEM photomicrograph of the smaller, 
rhombohedral phase that occurs on aggregate. (d) EDS of the rhombohedral phase indicates the presence of Ca, 
Si, 0, and C. 
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Figure 77. INV-21 (W-7-21). (a) SEM photomicrograph of a crystal cluster on an aggregate grain. At higher 
magnification, cubic crystals are visible in the center of the cluster. (b) ED!5 of the cluster center suggests Ca, 
Si, and 0. 
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Figure 78. NV-36 (W-7-36). (a) SEM photomicrograph of rims within and around anaggregate grain. The upper 
portion of the photo is a large aggregate gram with two faint rings within it, and a ring on the grain edge. The 
lower portion of the photo is grout, with a small aggregate grain surrounded by a thick ring. (b) EDS of the ring 
around the small aggregate grain suggests Si, Ca, 0, K, and Cl. EDS of the small grain center (not shown) 
suggests a quartz composition. (c) SEM photomicrograph of the ring at higher magnification. (d) EDS of one of 
the two faint rings within the large aggregate grain. 
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Figure 79. NV-36 (W-7-36). (a) SEM photomicrograph of tiny crystal clusters with radiating spines that occur on 
aggregate. (b) EDS suggests Si, Ca, and 0. 
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Figure 79 (continued). INV-36 (W-7-36). (c) SEM photomicrograph of platy crystals that occur on a boundary 
between aggregate and grout. Note the serrated edges of the plates. (d) EDS suggests Ca, Si, 0, and K. EDS of the 
aggregate grain center (not shown) indicates a calcite composition. 
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Figure 80. LNV-36 (W-7-36). (a) SEM photomicrograph of two phases that occur between an aggregate grain and 
grout. The outermost phase (with respect to the grain) is platy with serrated edges. Inboard of that is a mat of 
long, thin, straight crystals. (b) EDS of the platy crystals suggests Si, Ca, 0, K, and Cl. 
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Figure 81. NV-36 @ ‘V-7-36). (a) SEM photomicrograph of a mat of thin, curly fibrous crystals that coat the interior 
of the aggregate grain. (b) EDS of the mat of crystals suggests Si, K, Ca, Cl, and 0. 
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Figure 82. SH-13 (W-7-13). (a) SEM photomicrograph of the surface of the sample at relatively low 
magnification. Several morphologies of crystals are visible, including ribbon-shaped, tabular, needle-shaped, 
and fibrous. (b) SEM photomicrograph of a ribbon-shaped phase on grout or very fine aggregate. (c) EDS of 
the ribbon-shaped phase suggests Si, Ca, 0, Cl, and Al. 
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Figure 83. SH-13 (W-7-13). (a) SEM photomicrograph of tabular crystals with serrated tips. These crystals are 
part of a larger cluster, not part of a distinctive ring around a grain. (b) EIX suggests Si, Ca, Al, Cl, K, and 0. 
(c) SEM photomicrograph of a mat of thin, straight, long crystals that occur within the same cluster of crystals 
as those in (a). (d) EDS suggests Si, Ca , K, Cl, and 0. 
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Figure 84. SH-13 (W-7-13). (a) SEM photomicrograph of a fibrous mass of crystals that cover the interior of an 
aggregate grain. (b) EDS suggests Si, Al, Ca, 0, K, and Cl. 
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Figure 84 (continued). SH-13 (W-7-13). (c) SEM photomicrograph of needle-shaped crystals that form a thick 
ring around an aggregate grain. This phase also forms mounds, with no aggregate grain visible (it could be 
small and obscured by the thick ring). (d) EDS of the needle-shaped crystals suggests Si, Ca, 0, Cl, and K. 
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Figure 85. SH-13 (W-7-13). (a) SEM photomicrograph of jagged, tabular crystals that occur on the surface of an 
aggregate grain. (b) EDS of the tabular phase suggests Si, Ca, K, Cl, and 0. EDS of the aggregate grain (not 
shown) indicates a quartz composition. 

, .  , .  , . ; ,  _. I  .  .  
.  .  ‘. .  .  .  .  .  _ ._ “. ‘.“‘. , .  . , .  .  .  _. .  .  ,  .  .  .  

118 



(d) 
r 

o.ooo Kev 10.000 Ke 
Live time = 60 seconds vertid fdi stale IS i ia 

Figure 85 (continued). SH-13 (W-7-13). (c) SEM photomicrograph of tiny rhombs on the surface of an aggregate 
grain. The grain is rimmed by a thick needle-shaped phase. (d) EDS suggests Ca, Si, and 0. It is possible that the 
thick phase on the rim absorbs the C and 0 signal. 
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Figure 86. SH-13 (W-7-13). (a) SEM photomicrograph of a rosette cluster of platy crystals. (b) EDS suggests Si, 
Ca, 0, and K. 
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PART II: SECOND AND THIRD BATCH OF SAMPLES 

This appendix contains schematic drawings showing points analyzed with SlZM and EDS. Each sample point identifies the 
corresponding figure referred to in the text and contained in Section 7 of this report. Drawings are provided in the 
following order: 

l Sample INV-37 

l Sample SH-9 

l Sample INV-23a, side 1 

l Sample INV-23a, side 2 

l Sample INV-2 3 b 

l Sample SH-10 

l Sample INV-2 1 

l Sample IW-36 

l Sample SH- 13 

No drawing is provided for sample INV-38. 
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SEM and EDS analysis points 
Sample # INV-37 
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PART II: SECOND AND THIRD BATCH OF SAMPLES 

SEM and EDS analysis points 
Sample # SH-9 

Figures 36a, 

Figure 

Figures 41a, 41c, 41d Figures 46a, 46b 

Figures 42c, 42d 

Figures 49b, 49c 

Figures 48a, 48b 

45b 

’ At 40x with reflected light 
microscope, a stringy phase 
supporting a featureless phase 
radiating into the hole was observed. 

f 
Figures 47a-47d 

Figures 43a, 43b . Figures 50aSOb 
. 

. 
Figures 40a-4Od 

I. . .,.. . . . . :.. :. . . . . . . . . A-3 



~~YDROTHEFIMAL hERANON OF c EhaNmlous MAlFRlAls 

SEM and EDS analysis points 
Sample # INV-23a side 1 

:igkes 51,52 

. Cl present 

Figures 53a,‘53b. 

t 

l Figure 54a Figures 54b, 54~ . 

. Cl present 

. 
Figures 55aS5c 

.Am4 . . . . . . . ., _. . . . . . . . . . . . . . . . . . . . . 
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PM II: SECOND AND THIRD BATCH OF SNLES 

SEM and EDS analysis points 
Sample # INV-23a side 2 

l Figures 6k, 60d 

l Figures 56a, 56b, 56~ 
Figures 59a, 59b, 59c 

2-to 3-mm plate 

. . .:. .., ,. . . . . . . . \,, : . . . . . . . . ..: . . . . . _, A-5. 



lwDR0TttERMAl ALTERATION OF c EMENTITK)us hbm3uAu 

SEM and EDS analysis points 
Sample # INV-23b 

. Figures 65a-65e 

l Figure 63 

\ 

\ 

. .A-6 . . ,. . . . . ..-. . .__ . . . ‘... .,. ,., . . .., . . . ; . . 



PART II: SECOND MD THIRD BATCH ok SAMFUS 

SEM and EDS analysis points 
Sample # SH-10 

Figures 69a, 69b 
l . l Figures 73a, 73b, 73c 

Figures 72a, 72b, 72c Figures 74a, 74b 

l Figures 71a, 71b, 71c 

Figures 68a, 68b 

Figures 68c,68d 
Figures 70a, 70b 

. . . . . \ _ .*:.. (...... . . . . . . . I ,, ., ., .,. ./., . . . . , . ,.. . . ._. ,, . ,: A-7.. 



SEM and EDS analysis points 
Sample # INV-21 

\ 
- Ei”,.rsr 7’c- -7Ll. \ 

\ 

I I ayumrr S”cz, ,.I”, 

k 

76a-76d 

Traver.- -“A^ ‘“̂ - \ 

Figures 77a, 77b \ 
. Rhombs appear on 

\ 
surface of aggregate. 

\ 
uooer ’ This grain has a 

thick coating of calcite 
dodecahedrons with 
no plates or rhombs. 

\ 

A’-tc 
. . . . . . . . ...’ . . . . . . . . ,,...i . . . . ,,~. . . . . . . . . . . . . . . : .,,_,...,. .,. ,.__, . . . . . . . . 



PART II: SECOND MD THRD BATCH OF SAMFUS 

SEM and EDS analysis points 
Sample # INV-36 

l Figures 79a, 79b 

This grain is fairly unreacted. 
A few patches of the felt-like phase. 

A-9 .._ .,,. ,. . . : . ..- _ . . . . ..-, . ‘. ._ : . . . .., ‘. .__. ~. . . _. , 



HYDROTHEMU AUERATtoN OF c EMENlmous MAW 

SEM and EDS analysis points 
Sample # SH-13 

Fiqures 86a, 86b 
Saw more 

rosettes here - 

\ Raised corner 

l Figures 84c, 84d 
l Figures 85c, 85d 

0 - 
EDS performed along this traverse (same phases). Figures 84a, 84b . ‘\. i 

Start traverse 

/ Figures 82a, 
82b, 82~ 

Figures 83a-83d, 82a , I 

. Figures 85a, 85b 

. .._. A-lo.,‘, . . . _  . . . . . ..“%. .,. “, .._ _. . . ,” . . ,. . . ,. r, 



PART II: SEWNO AND THIRD BATCH of SAMPLF.S 
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Thin-Section Description Sheet 
Sample INV-17 

TEXTURE 

Aggregate grain size (mm): range >7 0.5 to 4 
average too few to determine 

COMPOSITION 

10% Coarse Aggregate 

100% Carbonate 

50% Fine Aggregate 

80% 

8% 

8% 

4% 

39% Mortar 

Carbonate (undifferentiated calcite, fossiliferous limestone (with Bryozoan) , etc.) 

Quartz 

Chert (one grain is a composite of chert, calcite, and zeololite?) 

Polycrystalline quartz 

Brown, cloudy mottled with high birefringence, like SH-5 

Under plain light, brown cloudy is more opaque 

1% Porosity 

GENERAL OBSERVATIONS 

Under plain light, there appears to be a dark rind around the edge of the coupon. Under polarized light however, there are 
high-birehingent crystals that penetrate the outer rind. 

Most quartz grains have high-birefringence rims. Under plain light, most aggregate grains appear to have dark rims. Most 
aggregate has dark rim. 

.>. B-2 . .  . .  .  .  ,’ . .  .’ .  .  .  * .  ..- .  .  .  .  i .  .  .  .  .  , .  . ,  .  .  , .  .  .  .  . ._. .  .  . . ,  , .  .  .  , ,  , ,  



PART II: SEWNO ANO THIRD BATCH of SAMUS 

Thin-Section Description Sheet 
Sample INV-18 

TEXTURE 

Aggregate g-rain size (mm): range 8to 10 0.5 to 4 

COMPOSITION 

30% Coarse Aggregate 

100% Carbonate (undifferentiated calcite, limestone with clay, limestone with quartz grains, fossiliferous limestone) 

3 5 % Fine Aggregate 

More zeolite enclosed within a carbonate grain? See sketch. 

This thin section has radiating crystals in the epoxy at edge of sample. 

90% Carbonate 

5% Quartz 

5% Chert 

<l% Opaque 

3 3 % Mortar 

High-birefringent phase dominates brown cloud 

1% Porosity 

Excluding big bubble 

GENERAL OBSERVATIONS 

There is no rind around the outer edge of the coupon. 

Most, but not all, quartz grains have high-birefringence rims. The rinds are not as evident on chert. Rinds on carbonate 
grains are much less common than on quartz, and have a different appearance. The carbonate rinds are broader, and have 
the appearance of carbonate overgrowths. 

There are several pits in the grout with an inner rind of high-birefringence minerals. 

. . . . . : _.. ,, . . _.. . . . . . I. . . B-3 . . ..,. ‘ . . . . . . . 



Thin-Section Description Sheet 
Sample INV-20 

TEXTURE 

Aggregate grain size (mm): range 8 to >lO 0.05 to 4 

-- COMPOSITION 

40% Coarse Aggregate 

100% Carbonate (undifferentiated fossiliferous limestone, limestone, calcite, cherty limestone) 

40% Fine Aggregate 

90% Carbonate 

<I% Hematite: reddish, semi opaque 

Quartz 

Polycrystalline quartz 
10% 

\ 

Chert 

Dolomite? (reddish) 

20% Mortar 

Brown, cloudy 

< 1% Porosity 

GENERAL OBSERVATIONS 
.- , 

There is no rind around the outer edge of the coupon. 

Most, but not all, quartz grains have high-birefringence rims. The rinds are not as evident on chert. Rinds on carbonate 
grains are much less common than on quartz, and have a different appearance. They occur on straight grain edges, and 
could be primary features such as veins of mineralization along a cleavage plane. 

There are several pits in the grout with an inner rind of high-birefringence minerals. The drilled-out center hole in the 
coupon has a similar inner rind. 

‘. g-4’ ..’ ‘. . . . - ,,, . . 
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PM II: SECOND AND THIRLI BATCH of S,wus 

Thin-Section Description Sheet 
Sample INV-24 

TEXTURE 

Aggregate grain size (mm): range 
average 

~4 one grain, no huge ones 0.05 to 2 
0.5 

COMPOSITION 

5% Coarse Aggregate 

100% Fossilferous limestone 

50% Fine Aggregate 

90% Carbonate (undifferentiated limestone, calcite, fossiliferous limestone) 

Polycrystalline quartz 

10% 

\ 

Chert 

Quartz 

< 1% I Zeolite? epoxy? (3 to 4 grains) 

Clastic lithic (with hematite stain) 

45% Mortar 

Brown, cloudy, dominates, but difficult to tell because it looks like the thin section is thinner on one side 

< 1% Porosity 

GENERAL OBSERVATIONS 

There is no rind around the outer edge of the coupon. 

Approximately half of all quartz grains have high-birefringence rims. Rinds on carbonate grains are much less common than 
on quartz. 

.,. . . . . . . . . . . . . . . . . . B-5 . . . 
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HYDR0lHERMAl Am.RAlloN of c- sh4AluuAl.s 

Thin-Section Description Sheet 
Sample INV-25 

TEXTURE 

Aggregate grain size (mm): range -3, but no big hunks 
a few grains 0.5 to 2 

COMPOSITION 

0% Coarse Aggregate 

(as compared with other invert samples) 

Slide has thin side and is quite thin overall 

50% Fiie Aggregate 

95% Carbonate (undifferentiated; limestone, calcite, fossiliferous limestone) 

5% 

Quartz 

Chert (some hematite staining) 

Polycrystalline quartz 

50% Mortar 

Quite different, possibly due to slide thickness? Almost isotropic. 

- 1% Porosity 

GENERAL OBSERVATIONS 

There is no rind around the outer edge of the coupon. 
.- 

High-birefringence rims of the same character engulf both pits in grout and several aggregate grains. 

. . .” . . - . . . ., 
. . . 
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PART II: SECOND AND THIRD BATCH of SAMPLF.S 

Thin-Section Descrip tion  Sheet 
Sample INV-26 

TEXTURE 

Aggregate grain size (mm): range 0.05 to 3, no huge grains 

COMPOSITION 

0% Coarse Aggregate 

Slide has thin side. 

49% Fine Aggregate 

85% Carbonate (undifferentiated; calcite, limestone, fossiliferous limestone) 

i 

Lithics (A few grains are almost completely isotropic, med. relief) 

Quartz 
15% 

I 

Chert 

Polycrystalline quartz 

Hematite? 
<l% 

Opaques 

49% Mortar 

Viewed with the naked eye, buff coloration, very distinct brown cloudy mortar, mottled with high birefringence. 

2% Porosity 

GENERAL OBSERVATIONS 

There is no rind around the outer edge of the coupon. 

High-birefringence rims of the same character engulf both pits in grout and several aggregate grains. The drilled-out center 
hole in the coupon has a similar inner rim. 

. ../. ,) .: B-7 
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HYDuolHERMAlAlTERAlloNofc EwNlmous AwEluAu 

Thin-Section Description Sheet 
Sample INV-27 

TEXTURE 

Aggregate grain size (mm): range 5 to 12 0.05 to 3 

COMPOSITION 

20% Coarse Aggregate 

100% limestone and fossilferous limestone (fossils include: Foram, Bryozoan, coral 

40% Fine Aggregate 

85% 

15% 

Carbonate (undifferentiated) 

Quartz 

Chert (A few grains are almost completely isotropic, med. relief) 

<l% Opaques 

40% Mortar 

Viewed with naked eye, see buff coloration, birefringence dominates brown cloud 

1% Porosity 

GENERAL OBSERVATIONS 

There is no rind around the outer edge of the coupon. 

Some quartz grains have high-birefringence rims. The rinds are not as evident on chert. The chert appears rather coarse in 
this sample, and some grains may possibly be zeolite. Rinds on carbonate grains are much less common than on quartz, and 
have a different appearance. The carbonate rinds are broader, and have the appearance of carbonate overgrowths. 
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PART II: SECOND AND THIRD BATCH OF SAWLES 

Thin-Section Description Sheet 
Sample SH-1 

TEXTURE 

Aggregate grain size (mm): range 0.5 to 2 0.1 to 0.05 
average 1 0.1 

COMPOSITION 

25% Coarse Aggregate 

35% 

25% 

10% 

10% 

5% 

5% 

5% 

1% 

1% 

1% 

Quartz, angular, fractured 

K-Feldspar 

Quartz sandstone, hematite stained, carbonate cement 

Plagioclase 

Limestone, fine grained 

Calcite with rhombs 

Fossiliferous limestone with brachiopod plus quartz grains 

Metamorphic lithic fragment (Schist with muscovite or sericite) 

Biotite 

Igneous lithic with Biotite, Hornblende, Quartz 

2 5 % Fiie Aggregate 

72% Quartz/glass 1% 

10% Calcite 1% 

5% Biotite 1% 

5% K-Feldspar 1% 

5% Plagioclase 

48% Mortar 

Brown, cloudy 

Clinopyroxene 

Hematite? Reddish brown 

Hornblende 

Angular opaque 

2% Porosity 

GENERAL OBSERVATIONS 

There is no rind around the outer edge of the coupon. 

High-birefringence rims occur on some quartz, plagioclase, and K-feldspar grains, but not all grains. 
B-9 



HYDRolHtRMAl.TERAlloNofc EMNmlous MATERIALS 

Thin-Section Description Sheet 
Sample SH-2 

TEXTURE 

Aggregate grain size (mm): range 0.5 to 2 0.1 to 0.2 
average 1.5 0.2 

COMPOSITION 

Recent cement related alteration? 

25% Coarse Aggregate 

35% Quartz 

20% K-Feldspar 

15% Igneous intrusive lithic 

15% Calcite 

10% Quartzite lithic 

5% Quartz sandstone w/carbonate cement 

1% Siltstone 

1% Plagioclase 

1% Biotite 

1% Volcanic lithic 

20% Fine Aggregate 

30% K-Feldspar 1% Calcite (twins) 

50% Quartz 1% Opaques 

10% Plagioclase 1% Epidote 

5% Biotite 1% Orthopyroxene 

5% Calcite 1% Clinopyroxene 

1% Hematite? Rusted metal 

53% Mortar 

Z%Porosity 

GENERAL OBSERVATIONS 

There is a slight rind around the outer edge of the coupon. 
High-birefringence rims occur on some quartz, plagioclase, and K-feldspar grains, but not all grains. The mortar is lighter 
in color. 

B-IO . 



PART II: SECOND AND THRD BATCH OF SAMPLES 

Thin-Section Description Sheet 
Sample SH-5 

TEXTURE 
Aggregate grain size (mm): range 0.5 to 2.25 0.05 to 0.1 

average 1 0.1 

COMPOSITION 
25% Coarse Aggregate Feldspar very altered, white mica 

30% Quartz 

25% Plagioclase 

25% K-Feldspar 

5% Biotite 

5% Carbonate 

5% Quartz sandstone, or quartzite grain with high-relief, low-birefringent grains 

1% Volcanic lithic 

1% Plutonic lithic 

20% Fine Aggregate 

50% Quartz 2% Chlorite 

8% Carbonate 2 %  Muscovite 

8% Biotite <l% Zircon 

15% K-Feldspar 2 %  Clinopyroxene 

10% Plagioclase 2 %  Hornblende 

2% Opaques 

52% Mortar 

Two cement phases? (1) brown cloud (2) high-birefringent, calcite-like fine grain 

2% Porosity 

GENERAL OBSERVATIONS 

There is a patchy, discontinuous rind around the outer edge of the coupon. 

High-birefringence rims occur on some quartz, plagioclase, and K-feldspar grains-more so than on SH-1 and SH-2. 
There are also dark, somewhat opaque, O.OS-mm-thick rims on some grains that almost appear to cement grains together. 

The mortar is mottled, with patches of a brown, cloudy, somewhat opaque phase alternating with a high-birefringence 
phase. 
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HYDROTHERMAL ALTERATION Of hvtMfNOUS MAW 

Thin-Section Description Sheet 
Sample SH-12 

TEXTURE 

Aggregate grain size (mm): range 0.5 to 2.25 0.1 to 0.2 
average 1.2 5 0.1 

COMPOSITION 

25% Coarse Aggregate 

30% Quartz 

20% K-Feldspar 

20% Plagioclase 

10% Lithic: quartz sandstone, quartzite 

10% Calcite/carbonate 

3% Lithic: plutonic 

3% Lithic: volcanic 

1% Chlorite 

3% Biotite 

15 %  Fine Aggregate 

50% Quartz 

10% K-Feldspar 

10% Plagioclase 

10% Biotite 

10% Carbonate 

1% Opaques 

55% Mortar 

5% Porosity 

<1% Clinozoisite 

<I% Clinopyroxene 

1% Hornblende 

<I% Zircon 

1% Chlorite 

GENERAL OBSERVATIONS 

There is no rind around the outer edge of the coupon. 

High-birefringence rims occur on some quartz, plagioclase, and K-feldspar grains, but not all grains. There are also dark, 
somewhat opaque, 0.05~mm-thick rims on some grains 

B-12 




